TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pyt. Ltd.)

Approved by Ministry of Envirenment and Forest, Government of India as Environmental Laboratory

NABL R5PCB

IS0 9001:2008

OHSAS 18001:2007

JDA/UDH

Diffice - E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001
Phone : 0141-2388980, 2771865

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.
Ph.; 94602-22039, 94602-22049

e TEST REPORT o B e e B
Report Mo : Af2631
Job Identification, : ULR-TC502518400000811
Date : 02-01-2019
Issued To : MiS Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample Ambient Air Quality Monitoring
Date of Sample Collection/Monitoring :  18-12-2018
Date of Sample Receipt - 22-12-2018
Date of Test ; 22-12-2018 to 02-01-2018
Sample Collected By : Sitaram jangid
Point of Collection : Pur Village
RESULTS
S.Mo |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Cuality
Standard, 2009
1 Ammania [microgram/m3] B.5 CPCB Guidelines 400.00
2 |Carbon Monoxide [microgram/m3] 310 IS 5182 (Part 10): 1999|4000
3 Lead [microgram/m3] D.14 1S 5182 (Part 22) : 2004 1.00
Reaffirmed 2014
4 |Nitrogen Dioxide as NO2 |18.07 IS 5182 (Part B) : 2006 80.00
4] Ozone [microgram/m3] BOL({<20) AF'HA 19??.F'art B19 100.00
|6 : mﬁmm Matter (SPM) 21593 ﬁﬁiﬁiﬁ;«%m |-
T Particulate Matier (PM2.5) [mfcmgranﬂmﬂ 31.5 CPCB Guidelines 60.00
8 Sulphur Dioxide [microgram/m3] 6.76 IS 5182 EPart‘Z} 2001 80.00
o Reaffirmed 20 !
9 Particulate Matter (FM 10) [microgramim3] |B81.04 IS 5182 (Part ES}-EGDE 100.00
Reaffirmed 2012 _
10 |Benzene [microgram/m3] |BDL(<10)  |iS5182 (Part11):2006  |5.00
11 Benzo-alfa- Pyrene [ng/m3] BDL(=<0.5) CPCE Guidelines 1.00
12 - 5182 (Part22): 2004 (6,00
12 |Arsenic [ng/m3) BDL(<2.0) Eie ﬂ’ﬂ:ﬂﬁi 2004 |B.0C
13 Nickel [ngim3] T.? IS 5182 (Part 22) : 2004 20.00
Reaffirmed 2014
Hobos

withoi our special permission in wiiling,

] The sampias will be destroyed after 15 days from tha.dabe of issue of test repor wless clhenmse specified

2
.‘.rm“'.:'f'- | Yol

The resls ted refer only o the tested sempie (=) & paramelers (s} Encorsamant of products s neithes infermed nar impaed.
Thils repor m rot 1o bo eoroduced wholly of in pet and can not be used evidence in the count of aw and should not be used in any edvertising media

RajesH Maheshwarl



TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCH 150 9001 :2008 OHSAS 18001:2007 JDAMUDH
Office | E-65, Chitranjan Mar, Lab.: G1-584, Silapura Industrial Area
C-Schame, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2368880, 2771865 Ph.: 84602-22039, 94602-22049
Website : www.leamtesthouse com E-mail : teamlesthouse@gmall com

TEST REPORT E-mail : director@teamtasthouse.com
Report No. : Af2630
Jab Identification. : ULR-TC502518400000910
Date 02-01-2019
Issued To: WS Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Ambient Air Quality Monitoring
Date of Sample Collection/Monitoring :  18-12-2018
Date of Sample Receipt 22-12-2018
Date of Test : 22-12-2018 to 02-01-2019
Sample Collected By Sitaram jangid
Paint of Callection : Dariba Village
RESULTS
S.No |Parameters Observed Value |Tesling Protocol Limits as per
National Ambient
Ajr Quality
Standard, 2008
k| Ammonia [microgram/m3] BDL (<2.0) CPCB Guidelines 400.00
2 |Carbon Manoxide [microgram/m3] 230 IS 5182 (Part 10): 1999 4000
3 Lead [microgram/m3] 0.28 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2014

4 |Nitrogen Dioxide as NO2 [microgram/m3]  |13.16 IS 5182 (Part6): 2006 B0.00

5 Ozone [microgram/m3] BOL{<20) APHA 1977,Part 819 100.00

: Particulate Matter (SPM) 207,86 S5182 (Part4): 1989 |-
7 Particulate Matter (PM2.5) [microgram/m3] |26.97 CPCE Guidelines 60.00
| | -' Reaffirmed 2012

9 Particulate Matter (PM 10) [microgram/m3] |70.64 IS 5182 (Part 23)-20086 100.00
Reaffirmad 2012 It

10 [Benzene [microgram/m3] [BDL(<1.0) IS 5182 (Part 11):2006  |5.00
11 Benzo-alfa- Pyrene [ng/m3] BDL(<0.5) CPCE Guidelines 1.00
12 |Arsenic [ng/m3) |BOL(<2.0) IS 5182 (Part 22) : 2004  |6.00
13 Nickel [ng/m3] 2.6 IS 5182 (Part 22) : 2004 20.00

Reaffirmed 2014
Mokns -
# The resulls listed mier only (o the iested sample () & parameters (3). Endorsament of products i neilher infermed nor implied,
H This report is nof to be reproduced wholly or in panl and can not be used evidence In the court of law and should not be used in any advertising medla
withowut our special permission In wiiling.
4 The samples will be destroyed after 15 days from the date of issue of fest repor unlees olhenstse specifiad,
.--" | =
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

NABL

Appraved by Ministry of Environnent and Forest, Government of India as Environmental Laboratory

RSPCB

1SO 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001
Phone : 0141-2360980, 2771865

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.
Ph.: 84602-22039, 84602-22049

Wabsile : www.leamlesthouse.com E-mail ; teamtesthouse@gmail.com
TEST REPORT E-mail ; director@ieamtesthouse.com
Report No. : Af2632
Job Identification. : ULR-TCH02518400000912
Date : 02-01-2019
Issued To: M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Ambient Air Quality Manitoring
Date of Sample Collection/Monitoring :  18-12-2018
Date of Sample Receipt : 22-12-2018
Date of Test : 22-12-2018 to 02-01-2019
Sample Collected By : Sitaram jangid
Point of Collection : Kanaoli Village
RESULTS
S.Mo |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Ammonia [microgram/m3] BOL (<2.0) CPCB Guidelines 400.00
2 |Carbon Monoxide [microgramim3] 140 IS 5182 (Part 10): 1999|4000
3 Lead [microgram/m3] 0.04 IS 5182 (Part 22) ; 2004 1.00
Raaﬂ‘inhad 2D14
5 Ozone [microgram/m3] BDL(<20) APHA 19?? F'art B19 100.00
~ |suspended Particulate Matter (SPM)  [168.20. | 'ﬁn ﬁiﬂ*”... art4):1999 |-
| E : | i : .wa P - -
7 Particulate Ma'rter (PM2.5) [microgram/m3] 126.78 CPCB Guidelines 60.00
8 Sulphur Dioxide [microgram/m3] 517 1551ﬁfl=ati} 2001 |B0.00
9 |Particulate Matter (PM 10) [microgram/m3] |62.24 IS 5182 {F‘art 23}-2{1'[)6 100.00
Reaffimed 2012
10  |Benzene [microgram/m3] IS 5182 (Part 11) : 2006 |5.00
11 [Benzo-affa- Pyrene [ng/m3 CPCB Guidelines 1.00
12 |Amsenic [ng/m 5182 (Part 22): 2004 |6.00 |
Reaffirmed 2014 et
13 Nickel [ng/m3] IS 5182 (Part 22) : 2004 20.00
Reaffirmed 2014
Bolers -
" The resuiltn bsted ralar anly 1 e teslad Sample (5] S paramebes (5] Endorsement of products is nesther nferred nor emplied,
" This report is not to be reproduced wholfy or in part and can not be used evidence in the coort of [w and should nol be Ussd in any sdvertising rmadia
without our special parmission in wriling
] The samples will be destroyed afler 15 days from (he date of faue of tes) report unless othanvise secifisg

Purdl’/f’m'ﬂd‘;ngt

Rajesh Msheshwan
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

NABL

Appraved by Ministry of Envirenment and Forest, Government of India as Environmental Laboratory

RSPCB

IS0 9001:2008

OHSAS 15001:2007

JDA/UDH

Office : E-65, Chilranfan Marg,
C-Scheme, Jaipur-302001
Phone ; 0141-2369980, 2771865

Lab.: G1-584, Sitapura Industrial Area
Tonk Reoad, JAIPUR-302022 Raj.
Ph.: 94602-22039, 94602-22049

Websits : www.leamlasthouse.com E-mail : teamtesthouse@gmail.com
TEST REPORT E-mail : director@teamtesthouse.com
Report No. : Af2634
Job |dentification. ULR-TC502518400000814
Date : 02-01-2018
Issued To M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas |ron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit ; Mines
Type of Sample : Ambient Air Cuality Monitoring
Date of Sample Collection/Monitoring :  19-12-2018
Date of Sample Recelpt : 22-12-2018
Date of Test : 22-12-2018 to 02-01-2018
Sample Collected By . Sitaram jangid
Point of Collection : Gandhisagar Park
RESULTS
S.No |Parameters Observed Value |Tasting Protocol Limits as per
National Ambient
Alr Cuality
Standard, 2009
1 Ammonia [microgram/m3] _ 7.9 CPEE_ Gu_idaﬂn&__s o= 4DIJDD
2 | Carbon Monoxide [microgram/m3] 280 Jiﬁ-ﬁ!ﬂ__{ﬁﬂtiﬂ!: 1998  |4000
3 Lead [microgramim3] 0.14 IS 5182 (Part 22) - 2004 1.00
Reaffirmed 2014
4 |Nitrogen Dioxide as NOZ2 [microgr - [1357 ﬁw%%m 80.00
5  |Ozone [microgram/m3] BDL(<20) APHA 1977,Part 819 |100.00
|6 |Suspended Particulate Matter (SPM) (225,86 |!s5182(Partd): 1998 |-
7 Particulate Matter (PM2.5) [microgram/m3] (29.3 CPCB Guidelines 60.00
8 [Sulphur Dioxide [microgramim3] [6:94 IS 5182 (Part2): 2001  [80.00
g Particulate Matter (PM 10) [microgram/m3] |79.14 IS 5182 (Part 23)-2006 100.00
Reaffirmed 2012
10 |Benzene [microgram/m3) BDL{<1.0) IS 5182 (Part 11):2006  [5.00
" Benzo-alfa- Pyrene [q'!gimﬂ] BDL[-':{J.E}_ _ GF'CE Gui_dal_l'nm:. 1_J:]U
12 |Arsenic [ngim3] |BOL(<2.0) ﬁﬂﬂ%w Ia:m
13 |Nickel [ng/m3] 3.4 IS 5182 (Part 22) 2004 [20.00
Reaffirmed 2014
Moles -
& Tha resiilts Misted refer only 10 e esisd sampie (=) & paramaters (8] Endorsement of products is nether infemed nor implied.
B This raport is rot (o ba reproduced wholly o in pan snd can not be used evidence in the: court of law and should not be waed in any edvertising media
withoul ol special parmission in whtifg.
8 Thia samples will e destroyed afler 15 days from (he dabe of Bsue of lest repor uniess oinerwse spechieg.

™ rﬁ{: ﬁmﬂql

Raiesh Maheshwan
(1




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pyt. Ltd.)

Approved by Ministry of Envirenment amd Forest, Government of India as Environmental Laboratory

NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-85, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone ; 0141-2369980, 2771865 Ph.: 84602-22039, ME?@E-EG?E
Website : www.leamlesthouse.com E-mail : leamlesthouse@gmail.com

TEST REPORT E-mail ; director@teamtesthouse.com
Report No. : Af2633
Job identification. : ULR-TC502518400000913
Date : 02-01-2019
Issued To : M/ Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
B687/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Ambient Air Quality Monitoring
Date of Sample Collection/onitoring :  21-12-2018
Date of Sample Receipt : 22-12-2018
Date of Test : 22-12-2018 to 02-01-2018
Sample Collected By : Sitaram jangid
Paint of Callection : MNear PMS Building
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limils as per
Mational Ambiant
Air Quality
Standard, 2008

1 Ammonia [microgram/m3] 10.8 CPCB Guidelines 400.00
2 Carbon Monoxide [microgram/m3] Tzzzu IS 5182 (Part 10): 1999 4000

3 Lead [microgram/m3] 0.17 IS 5182 (Part 22) : 2004 1.00

Reaffirmed 2014
4 |Nitrogen Dioxide as NO2 [microgram/m3}  [16.55 IS ﬁ‘lﬂ(ﬁﬂﬂ} 2006 80.00
“ Mg, hed et et s : Reaffirmed 2012

S Ozone [microgram/m3] BOL(<20) APHA 19?? F’art 319 100.00
‘s_ Suspended Particulale Maler (SPM) 23267 IS 5153;&-1.4] 1989 |-

7 F'arhmlate Mal‘lar |[PM2 5} [ml::‘ugr'anﬂrrﬁj 43.34 CF’CE GUIdEII;I.i‘.'S

8 [Sulphur Dioxide [micro 8.01 S50 (P 22004

. . [Reatfic

2] Particulale Matler (PM 10) [microgram/m3] |85.11 IS 51 82 {Pﬂrt ES}EDEI*E

= === | Reafficmed 2012

10 |Benzene [microgram/m3] BOL(<1.0) IS 5182 (Part 11) : 2006

11 Benzo-alfa- Pyrsm Ingim:!] BOL(=<0.5) CPCB Guidelines

12 mm BDL(<2.0) Eﬁm%ﬁtm

13 |Nickel [ng/m3] 4.7 IS 5182 (Part 22) : 2004

Reaffirmed 2014
Mol -
o Tha resufls |isled retar onfy I0 the lesied sampie (9) & perametss (). Encorssment of products 18 neithar infermad nor mplied
L Thig: nepert s nol (o be reproduced vwholly or in part and san nol be wses evidence in the court of lew and showid rot be used in any advertising mecia
without our special permission In writing
Ll Tne semples will be destroyed afler 15 days rom e dete of ssue of 1851 report unless olherwse specifisq.

A
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poran Mal Yoal
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TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry af Environment and Faorest, Government of India as Environmental Laboratory

NABL RSPCRB ISO9001:2008 OHSAS 18001:2007 JDA/UDH
Office 1 E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369880, 2771865 Ph.: 84602-22039, 94602-22049
Webesite : www.leamlesthouse.com E-mail : teamtesthouse@amall.com

TEST REPORT E-malil : director@teamiesthouse com
Report No. : AJ2B35
Job Identification. : ULR-TC502518400000915
Date : 02-01-2018
lssued To M'S Jindal Saw Limited (Dhedwas Mines)

Dhedwas |ron Ore Copper & Asscciated Minerals Mines Araji No.
G697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit ; Mines
Type of Sample : Ambient Air Quality Monitoring
Date of Sample Collection™anitoring :  18-12-2018
Date of Sample Recsipt ; 22-12-2018
Date of Test : 22-12-2018 to 02-01-2013
Sample Collected By : Sitaram jangid
Point of Collection ; Mines Workshop
RESULTS
S.No |Parameters Observed Value |Tesling Protocol Limits as per
MNational Ambient
Air Quality
Standard, 2009
1 Ammonia [microgram/m3] 135 CPCB Guidelines 400.00
2  |Carbon Monoxide [microgram/ma3] 310 |is 5182 (Part 10): 1998 {4000
3 Lead [microgram/ma3] 0.18 1S 5182 (Part 22) : 2004 1.00
_ - 1 =, Heafﬂn‘nad 2014
4 Nitrogen Dioxide as NO2 [microgram/m3]  [15.65 {80.00
5 Ozone [microgram/ma) BDL{=20) AF'I-iA 19?? Part 81 g 100.00
|6 hﬁﬁ!ﬁﬂdﬂd mm {SFH] ) z;q.?ﬁ- -
§ = i 3] A .
7 Particulate Matter (PM2.5) [microgram/m3] 43.35 CF’CE! Guidelines 60.00
8 |Sulphur Dioxide [microgram/m3] |ses 155182 (Part 2): 2001 [80.00
Reaffimmed 2012
8 Particulate Matter (PM 10} [microgram/m3] |77.8 IS 5182 (Part 23)-2006 100.00
Reaffirmed 2012
10 |Benzene [microgram/m3] BDL(<1.0) IS 5182 (Part 11): 2006  |5.00
1" Benzo-alfa- Pyrene [ng/m3] BDL{<0.5) CPCB Guidelines 1.00
12 |Arsenic [ng/m3] |BDL(<2.0) IS 5182 1Putﬂzj,aﬁe4 6.00
_ i Ran!ﬁnnd
13 Nickel [mg/m3] 4.1 IS 5182 {Part 22] EUEM 20.00
Reaffirmed 2014
Festias.
' Th Fissiilts letan pitar cnly o e tedled sample (5) & parametans (3], Endorsament of prosucts s relther infermed nar implisd,
# This repor is oot {o-be reproduced wholly or in part 2eed can not be ised evidence in the court of lw and should ot be used In any advertising media
withoud our specisd permission in writing.
H The samples will ba destiroyed after 15 days rom tha date of issus of Lest repent unlass otharwiss spacifiad,
> Rajesh Maheshwan

Lf_'?{;:ir_ (ar =
= :’rtm Aol Yinol )



e TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB ISO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-5684, Silapura Industrial Area
C-Scheme, Jaipur-202001 Tonk Road, JAIPUR-302022 Raj.
Phone | 0141-2369980, 2771865 Ph.: 94602-22039, 94602-22049
Website ; www.leamiesthouse.com E-mail : teamlesthousa@gmail.com
E-mail ; director@teamtesthouse.com
TEST REPORT
Report No: ASZBTO
Date! 02-01-2019
Issued to M/s, Jindal Saw Limited (dhedwas mines)
Dhedwas Iron Ore Copper & Associate Minerals mines
Araji No.9897/6711,Near Timga Hills, Village -Pur,
District Bhilwara 311802 (Rajasthan)
Type of Unit mines
Type of Maonitoring: Ambient Air Quality Monitoring
Date of Sample Collection/ Monitoring: 08/12/2018
Date of Receipt: 10M12/2018
Date of Test: 10/M2/2018 to 15/12/2018

Sample Collected By:
Point of Collection

Parsaram Kudi
Mear Tiranga Pit

RESULTS
Limits as per
s N b ¢ Observed | Testing Protocol Mational Ambient
il e Value Air Quality
Standard, 2008
Tt Carbon Monoxide [microgram/m’] 410 IS 5182 (Part 10) : 1999 | 4000
: Nitrogen Dioxide [microgram/m’] P IS 5182 (Part 6) - 2006
i L Reaffirmed 2012 i
3 Suspended F'aﬂlt.ulaiﬂ Matter (SPM) 054 IS 5182 (Part4) : 1883 |
' [microgram/m’] Reaffirmed 2012
4 | Particulate Matter (PM2.5) [microgram/m’] | 31.26 'CPCB Guidelines 60,00
E. Sulphur Dioxide [microgram/m’] 7.67 E;;rfz {PHI ;42'21}2 2001 a0.00
. Particulate Matter (PM10) [microgram/m’] IS 5182 (Part 23) =
£ i LhE Reaffirmed 2012 Clofly

Motes: -

fi  The resulis lisied refer only to the lested sampie (s) & perameters (5). Endorsement of products is neither inferred nor

implied.

#  This report is ot fo be reproduced wholly or in part-and can not be used evidence in the court of law and should not be
used in any advertizsing media without our special permiIssion in writing
it The samples will be destroyed after 15 days from the dale of ssue of les! repoit unless othenwvise specified.
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J
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S.u;ni::r Analyst
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Jp’ f1ad 'ﬂ' Lk
Authnnzed Eagnaf.ury
(Report Mo A/2670)




TEAM

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Envirenmental Laboratory

NABL

RSPCB IS0 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-BS, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369980, 2771865
Website : www lzamiesthouse.com

Lab.: G1-584, Silapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Ph.: 94602-22039, 84602-22049
E-mail : leamtesthouse@gmail.com
E-mall ! director@teamlesthouse.com

TEST REPORT
Repart No: AJ2BEE
Date: 02-01-2019
lssued to M/s. Jindal Saw Limited (dhedwas mines)
Dhedwas lron Ore Copper & Associate Minerals mines
Araji Mo.BEST/ET11, Near Timga Hills, Village -Pur,
District Bhilwara 311802 (Rajasthan)
Type of Unit mines
Type of Monitoring: Ambient Air Quality Monitoring
Date of Sample Collection/ Monitaring: 05/12/2018
Date of Receipt: 10/12/2018
Date of Test: 10/12/2018 to 15/12/2018
Sample Collected By Parsaram Kudi
Foint of Caoliection Samodi Village
RESULTS
' 5 Hm:‘t:_laa ,c?m
bserved Testing Protocol ational Ambient
5. No. | Parameters ‘Hraluﬂ 9 Air QUHIII}'
Standard, 2008 |
i Carbon Monaxide [microgram/m”] 180 IS 5182 (Part 10} : 1989 | 4000
5 Nitrogen Dioxide [microgram/m™] - 155182 (Part6) : 2006 | o A
3 Suspended Particulate Matter (SPM) 184 IS 5182 (Part4) : 1998 |
: [microgram/m’] Reaffirmed 2012
4. Particulate Matter (PM2.5) [microgram/m’] | 23 56 'CPCB Guidelines 50.00
5. | Sulphur Dioxide [microgramim’] 5.20 Dol ataeNt e
: articy 10) [microgram/m’] | ., S 51 rt 23) .
B Particulate Matter (PM10) [microg 81.62 ‘-. H{F‘gﬂ 1‘;1 100,00
Notes: -

¥ The results listed refer only to the tested sample (s) & parameters {s). Endorsement of products is nelther inferred nor

imphed

#  This report is not fo be reproduced whally or in part and can not be used evidence m the cour of law and should not be
used in any advertising media without our special pesmission in writing
¢ The samples will be destroyed after 15 days from the date of issue of iesi report unless otherwise specified.
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eapMahaehww
Aut orized Signatory
(Report No A/2868)



ey

6 TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM

Approved by Ministry of Envirenment and Forest, Governmens of India as Envirenmental Laboratary
NABL RSPCB I50 9001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369980, 2771865
Websile * www leamlesthouse . com

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Ph.: 94602-22039, 94802-22049
E-mail : teamlesthouse@gmail.com
E-mail ; director@teamtesthouse.com

TEST REPORT
Report Mo AS2E68
Diate: 02-01-2018
Issued to Mis. Jindal Saw Limited (dhedwas mines)
Dhedwas Iron Ore Copper & Associate Minerals mines
Araji No.8697/6711 Near Tirnga Hills, Village -Pur,
District Bhilwara 311802 (Rajasthan)
Type of Unit mines
Type of Monitoring; Ambient Air Quality Monitaring
Date of Sample Collection/ Menitoring: 0sr2r2018
Date of Recsipt; 10112/2018
Date of Test: 10/12/2018 to 15/12/2018
Sample Collected By Parsaram Kudi
Point of Collection Near Suras Pit
RESULTS
& Limits as per
bserved Tesling Protocol Mational Ambient
S. No. | Parameters Value Air Quality
Standard, 2009
1 Carbon Monoxide [microgramim®] 350 IS 5182 (Part 10) ; 1999 | 4000
> | Nitrogen Dioxide [microgramim’] i 1S 5182 (Part6): 2006 | oo oo
; Reaffirmed 2012 i
3 Suspended Particulate Matter (SPM) 283 IS 5182 (Part 4) - 1889 |
; [mlﬂrﬂgrﬂrrdm"’] Reaffirmed 2012
4. | Particulate Matter (PM2.5) [microgram/m”] | 32.65 CPCB Guidelines 60.00
5. | Sulphur Dioxide [microgramim?| 7.44 o te RSS20 a0
6. Particulate Matter (PM10) [microgram/m’] | oo oo is ﬁm_z {F;t urzé} 100,00
Mates: -

4 The results iated refer only (o the tested sample (s} & parameters (s). Endorsement of products is neither inferred nar

implied.

#  This report is nol o be reproduced whally or in parl and can not be used evidence in the court of law and should nol be
uged in any advertising media withoul our special permission N wiiting.
il Thesamples will be destroyed after 15 days from fhe date of issue of test report uniess olherwise specified.

7
Al
- T le Dl
Senior Analyst

ot

Authorized Signatory
{Report No A/2663)
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= TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Ph.: 84602-22039, 94602-22049
E-mail : teamtesthouse@gmail.com
E-mail ; director@teamiesthouse.com

Office : E-65, Chitranjan Marg,
C-Scheme, Jalpur-302001

Phone : 0141-2369980, 2771865
Websile : www.leamtesthouse.com

TEST REPORT
Report No: AFZE6T
Date: 02-01-20189
Issued to M/s. Jindal Saw Limited (dhedwas mines)

Dhedwas lron Ore Copper & Associate Minerals mines
Araji No.9697/6711,Near Tirnga Hills, Village -Pur,
District Bhilwara 311802 (Rajasthan)

Type of Unit mings
Type of Monitoring: Ambient Air Quality Monitoring
Date of Sample Collection/ Monitoring: 061272018
Date of Receipt: 10/12/2018
Date of Test: 10/12/2018 to 1512/2018
Sample Collected By Parsaram Kudi
Point of Collection Mear Dhulkhera Pit
. RESULTS
[ Limits as per
T Observed | Testing Protocol National Ambient
Value Air Quality
_ Standard, 2008
1 Carbon Monoxide [microgram/m’] 350 IS 5182 (Part 10) . 1993 | 4000
2 | Nitrogen Dioxide [microgramim’] 1528 | 1S5182(Pari6):2006 | oo o
3 Su_spendad Particulate Matter (SPM) 261 IS 5182 (Part 4) : 19589
[rmr._rggram.fmal Reaffirmed 2012 5
4. Particulate Matter (PM2.5) [microgramim] | 33.25 CPCB Guidelines §0.00
5. h ) ; a IS 5182 (Part 2) ; 2001
. :‘_&ufp u.r Dm:de [rr;;:::;:r;ﬂm ] 7.47 Reaffirmed 2012 80.00
8. Particulate Matter microgrami/m’] | ;o 40 IS 5182 (Part 23) :
25 gl Reaffirmed 2012 N
] :nn:.:’am listed refer only to the tested sample (s} & parameters (s}, Endorsement of products Is neither inferred nor
¢ This report is not to be reproduced wholly or in part and can nat be used evidence in e court of law and should not be
used in any adverlising media wihout our special permission in writing,
&  The samples will be destroyed after 15 days from the date of issue of test report unless ciherwise specified
&
L L a1
Puran tMal Yoat Rajesh
Senior Analyst Auﬂ'ugﬁzsad .E%%ﬁh o

(Report No A/26E7)




= TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvi. Ltd.)

EAR

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCE

IS0 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-65, Chitranjan Marm,
C-Scheme, Jaipur-302001
Phone : 0141-2369980, 2771865

Lab.: G1-584, Sitapura Indusirial Area
Tonk Road, JAIPUR-302022 Raj.
Ph.: 94602-22039, 94602-22049

Website : www.leamlesthouse.com TEST REPORT E-mail : leamtesthouse(@gmail.com
E-mall : director@teamliesthouse.com
Report No. : AS2E26
Job Identification. : ULR-TC502518400000806
Date : 02-01-2019
Issued To ! M/S Jindal Saw Limited (Dhedwas Mines)
Dhadwas Iron Ore Copper & Associated Minerals Mines Araji No.
9687/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Ambient Air Quality Monitoring
Date of Sample Collection/Monitoring :  17-12-2018
Date of Sample Receipt : 22-12-2018
Date of Test : 22-12-2018 1o 02-01-2019
Sample Collected By : Sitaram jangid
Point of Collection : Near Tiranga Pit [25%19.526" N 074*32.326"E]
RESULTS
S.No |Paramelers Observed Value |Testing Protocol Limits as per
MNational Ambient
Air Quality
Standard, 2009
1 Ammnn]a [microgramim3] 9.6 CPCB Guidelines 400,00
2 on Monaxide [microgram/m3] 280 |18 5182 (Part 10): 1998|4000
3 Laa:d [microgramim3] 0.15 IS 5182 (Part 22) - 2004 1.00
Reaffimmed 2014
L] Dznuna [n'ucmgrarm'ma] BDL(<20) APHA 1877 Part 818 100.00
6 d Particulate Matier (SPM) 207.82 ! -
A Particulate Matter (PM2.5) [microgram/m3] [34.35 60.00
B |Sulphur Dioxide [microgram/m3] 535 80.00.
] Farticulate Matter {PM 10) [microgram/m3] |72.56 . 15 5182 tPart 23)-2006 100.00
Reaffirmed 2012
- |Benzene [microgram/m3] BOL(<1.0) IS 5182 (Part 11) : 2006
11 Eanzn-atfa— Pyrene [ng/m3] BOL(<0.5) CPCB Guidelines
12 nie [ng/m3) (<2 IS 5182 (Part 22) : 2004
d . Reaffirmed 2014
13 Nickel [ng/m3] 32 15 5182 (Part 22) : 2004
Reaffirmad 2014
Moldiea
¥ Tha results [sbad refier only to he ested sample (8) & paramelars (51 Endorsament of products s neilhes inferred mon implea,
W This report is not 1o bo reproduced wholly or in part and can not be used evidente i the court of law and shoutd not be used n any advertising media
without our special permission i writing.
# This samples will be destoyed afier 15 days from the date of Bsue of Bs0 reporl unless oihvenatse specfied,

g

Rajesn ﬁﬁﬁ.‘mﬁnwan




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvi. Ltd,)

Approved by Ministry of Environment and Forest, Government of India as Environm ental Laboratary

NABL RSPCB IS0 2001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-B5, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 En..— gi’: 602*2?5331 : 945%!'220_"‘-9
Website | www.teamiesthouse.com -mail ; leamiesthouse@gmail.com

RERTRESCREY E-mail : director@ieamtesthouse.com
Report No. : Af2629
Job Identification. : ULR-TC502518400000909
Date : 02-01-2019
Issued To M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No
BEOT/ET11, Mear Tiranga Hills Village : Pur Tehsil Bhilwara
Digtrict-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Ambiant Air Quality Manitoring
Date of Sample Collection/Monitoring :  17-12-2018
Date of Sample Receipt : 22-12-2018
Date of Test : 22-12-2018 to 02-01-2019
Sample Collecled By : Sitaram jangid
Point of Collection : Samodi Village
RESULTS
S.No |Paramaters Ohserved Value |Testing Protocol Limits as per
National Ambient
Alr Quality
Slandard, 2009
1 Ammonia [microgra m!mﬂ] BOL (<2.0) CPCB Guidelines _ 400.00
2 |carbon Monaxide [micr 240 IS 5182 (Part 10): 1998 14000
3 Lead [microgram/m3] 0.15 IS 5182 (Part 22) : 2004 1.00
Reaffimmed 2014
4 |Nitrogen Dioxide as NO2 [microgram/m3] 14.5? IS 5182 (Part ) : 2006 F.aa
. : i - Reaffimed 2012 | s
5 Dmne [mnqrugramfrna} BDL (=20.0) AF'HA. 19?'?' F'art 819 100.00
] nded Particulate Matter (SPM) ~ |189.06 S 5182 9 Lo
7 Particulate Matter (PM2.5) [microgram/m3] |23.04 CPCB Guidefines 60.00
|8 |Sulphur Dioxide [microgram/m3] 478 IS 5182 (Pari 2) ; 2001 80.00
9 Particulate Matter (PM 10) [microgram/m3] |77.53 IS 5182 (Part 23)-2006 100.00
Reaffirmed 2012
10 |Benzene [microgram/m3] |BOL(<1.0) IS 5182 (Part 11): 2006 [5.00
11 Benzo-alfa- Pyrene [ng/m3] BDL({<0.5) CPCB Guidelines 1.00
12 |Arsenic [ng/m3) BOL(<2.0) IS 5182 (Part 22) : 2004 [6.00
Proaie Tale) £ 2Py SR
13 Nickel [ng/m3] 2.1 IS 5182 (Part 22) : 2004 20.00
Reaflirmed 2014
Molrs -
W The results lsled refer ondy 1o the lested sample (s} & paramelsrs (s) Endorsement ol products |s neilher iderred nor imgrlied
W Thils report Is nol to be reproduced wholly or in pan and can not be wsed evidence |n the cowr of law and shouid not be used in any advenising medks
] Thie samiples will be destroyed afler 15 days from the dale of isswe of i=s1 report Unless ofherwise specified,
“
i - s
Puran i;i’i] Yogl = h "'qﬂl o |




. TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Governmenr of India as Environmental Laboratory

NABL RSPCB

IS0 9001:2008 OHSAS 18001:2007 : JDA/UDH

Offfice : E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369980, 2771865
Website : www.leamiesthouse.com

Lab.: G1-584, Sitapura Industrizl Area
Tonk Road, JAIPUR-302022 Raj.
Ph.: 94602-22038, 84602-22049

TEST REPORT E-mail ; teamtesthouse@gmail.com
E-mail : director@teamiesthouse.com

Report No. ; A2628
Job Identification. : ULR-TC502518400000808
Date : 02-01-2019
Issued To : M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Viliage : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit ; Mines
Type of Sample : Ambient Air Quality Monitoring
Date of Sample Collection/Monitoring : 17-12-2018
Date of Sample Recelpt : 22-12-2018
Date of Test : 22-12-2018 to 02-01-2019
Sample Collectad By : Sitaram jangid
Point of Collection : Suras Pit [25*23.402
RESULTS
S.Mo |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Ammaonia [microgram/m3] 8.1 CPCE Guidelines 400.00
2 |Carbon Monoxide [microgram/m3] 250 IS 5182 (Part 10): 1999|4000
3 Lead [microgram/m3] 0.16 IS 5182 (Part 22) : 2004 1.00
Reaffimed 2014

13 Micksl [ng/m3]

4 |Nitrogen Dioxide as NO2 [microgram/m3]  |15.5

S Ozone [microgram/m3] AFHA 1977, Part 818 1M.Dﬁ.
(6  [Suspended Parliculate Matter (SPM) 1326 i Eﬁﬂ%ﬁ£1m S
'I ---. L - iy . 1 -. .- ..-l i
7 Particulate Matter (PM2.5) [microgram/m3] [28.82 CPCB Guidelines 60.00
[8  |Sulphur Dioxide [microgram/m3] 5.56 |ls5182 (Part2): 2001  |80.00
- . Reaffirmed 2012 :
9 Particulate Matter (PM 10) [microgram/m3] |75.4 IS 5182 (Part 23)-2006 100.00
Reaffirmed 2012
10 |Benzene [microgram/ BOL(<1.0)  |IS5182(Part11):2006  |5.00
11 Benzo-alfa- Pyrene [ng/m3] BDL(<0.5) GFCEE GtTlil:IﬂiinE_Is : .1 00
i l Aesgnic: eyon 31 e R e R L

BDL(<20)

i1s 5182 (Part 22) : 2004 20.00
Reaffirmed 2014

3

-4 The results listed refer only to the i8sied sample (3] & parameters (6} Endorsement of products s neither infemed hor imped
# ﬂ)fqmpu*thrummmmwhuﬂﬂmﬂmmmmthmdmnnmmﬂhmﬂhuwmwm

withiit pur specis pemmission in wiiling

- The sarmples will be desiroyed after 15 days from e cale of esue of best repor unless ofharwise spacified

Puraéﬂfm‘;ugi

Rajesh “’7-%31'-5-:?-:.&."



TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Offlce : E-B5, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Schame, Jaipur-302001 Tonk Road, JAIPUR-302022 Ralj.
Phone : 0141-2369980, 2771865 Eh.. BAEDE-EED&% MEE-EEG‘:Q
Wabsile : www leamtesthouse.com -mail ; teamtesthouse@gmail.com

TEST REPORT E-mail : director@teamtesthouse.com
Report No. : AS262T7
Job Identification. | ULR-TCE02518400000807
Date : 02-01-2019
Issued To: M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No
BES7/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample Ambient Air Quality Moniloring
Date of Sample Collection/Monitoring :  21-12-2018
Date of Sample Receipt : 22-12-2018
Date of Test: 22-12-2018 to 02-01-2019
Sample Collected By : Sitaram jangid
Foint of Collection Dhulkhera Pit [25°23.878
RESULTS
S.No |Parameters Observed Value |Testing Prolocol Limits as per
National Ambient
Air Quality
Standard, 2009

1 Ammonia [microgram/m3} 8.6 CPCB Guidelines 400.00

2 Carbon Manoxide [microgram/m3] |zr0. IS 5182 (Part 10): 1998|4000

3 Lead [microgram/m3] 0.2 IS 5182 (Part 22) : 2004 1.00

Reaffirmed 2014

4 dide as NO2 |17.60 35162(Pate) 208 |00

_5 Dzone [microgram/m3] BOL{=20) AFHA ‘19?? F‘art 319 100.00
ilﬁ Suspended Particulate Matter (SPM) 302,31 -

7 F‘arhcuiate Matter {F‘ME 5} [mll:mgramfmﬁ] 35.58 CPCB Guidelings 6000

9 Particulate Matter (PM 10) [microgram/m3] |87.88 |5 5182 (Part 23)-2006 100.00

Reaffirmed 2012

10 [Benzene [microgram/ma] BOL(<10)  [IS5182(Part11):2006  |5.00

11 Benzo-alfa- Pyrene [ngfm_:i]_ BDL{=0.5) CPCE Guidelines 1.00

12 |Arsenic [ng/m3) |BOL(<2.0) .inssmzmm; 2004 6.00

bl . | d Reaffi : )
13 Nickel [ng/m3] 3.8 IS 51 52 {F‘arl 22} 20.00
Reaffirmed 2014
Notes -
o The resuis [Isked refer only 0 e Esisd gampls (2) & paremsies (8] Encorsement of products (= nelther nfarmad nor implied
# Thiis repert is not to be reproduced whally o in ped and can not be wsed evidence in the court of law and shoula not be used In any advedtising mediz

without our special perrnission in weiting,

& The samples will be destroyed afler 15 days from (he dale of issue of les] reporl unless othensise specified

o

Ra;eau Iu-uu[)}ﬁh'.’-.'dnl



o= TEAM TEST HOUSE
‘ (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India ay Environmental Laboratory
NABL RSPCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph. 94602-22039, 94602-22049
Website : www.leamtesthouse.com E-mail : teamtesthouse@gmail.com
E-mail ; director@teamtesthouse.com
TEST REPORT
Report No, : WINABL/MBO0S
Job Identification. : ULR-TC502518100000641
Date : 10-01-2018
Issued To: M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsll Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection/Monitoring :  20-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 fo 08-01-2018
Sample Collected By : Sitaram jangid
Point of Collection : Pur Village (Near Balaji Mandir)
RESULTS
S.No |Parameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limit) as per IS  [limits in the
10500 : 2012 absence of
Altemnate
Sources as
per IS 10500 :
2012
1 Color [Hazen] Less than 5 IS 3025 (Part 4) : 1983 RA  [5.00 15.00

2017

Agreeable  |IS 3025 (Part7 & 8) : 1984
RA 2017

- =i .

IS 3025 (Part 11): 1984 |6.50 - 8.50
RA 2017

IS 3025 (Part 53) : 2003
RA 2014

1789 IS 3025 (Part16): 1984
RA 2017

Note: Continue to next page... G}'I'_




TEAM

TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pyt. Ltd.)

TC-5025

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL

RSPCB

150 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-B5, Chitranjan Marg,

G-Scheme, Jaipur-302001

Phone : 0141-2389380, 2771865
Websile | www.teamtesthouse.com

RESULTS

Lab.: G1-584, Silapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.
Ph.: 94602-22039, 94602-22049

S.No |Parameters

Observed Value |Testing Protocol

[Amaptahla
Limit) as per IS
10500 : 2012

E-mnil Wﬂmmﬁumaﬂl mm

10 |Calcium [mg/]

Sulphate [mg/]

Fluoride [mg/l]

|BoL (<0.01)

BDL(<0.01)

148 IS 3025 (Part 40) : 1991

IS 3025 (Part 42) : 199

IS 3025 (Part 24) : 1986
RAA4

1S 3025 (Part 60) :
RA 2013

IS 3025 (Part 37) - 1968

BDL(<0.001)
2014

IS 3025 (Part 49) : 1994
RA 2014

IS 3025 (Part 55) : 2003

IS 5887 (Part 1) -

75.00

15.00




= TEAM TEST HOUSE
‘ (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry af Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Dffice : E-G5, Chitranjan Marg, Lab.: G1-584, Silapura Indusirial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Ral,
Phone : 0141-2382080, 2771865 Ph.: 84602-22039, 94602-22049
Website : www, leamtesthouse com RESULTS E—maﬁ mnﬂesthme@gmaﬁ com
SNo |Parameters Observed Value |Testing Protacol o tancard
(Acceptable .
Limit) as per IS |limits in the
10500: 2012  |absence of
Alternate
Sources as
|per IS 10500
2012
28 Free Residual Chlorine BOL(<0.1) IS 3025 (Part 26) : T986 B -
RA 2014 I
BDL(<0.001) IS 3025 (Part 48) : 1994
RA 2014

Cyanide [mg/] ~ |BDOL<0.01)

Motes =
# The resulis listed refer only o ihe lested sample {s) & parameters (=), Endorssment of products is nefther inferrad nor implied,
" This repar & not o be reproduced whally or in part and ean not be Usad svidanca in the court of law and should nol be dsed in any
advarising medis wilhoul our special permission in writing,
# This semples will be destroyed after 16 divs from the dete of issoe of fast report uniess olherwise specifisd.
ﬂt-t "
Puran ﬁalﬁf Rajash%ahaahwan
Senior Analyst Authorized Signatory
(Report No: WNABL/80E )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Envirenment and Forest, Government of India as Environmental Laboratory
NABL RSPCB IS0 9001:2008 OHSAS 1R001:2007 JDA/UDH
Office | E-B65, Chitranjan Marg, Lab.: G1-584, Silapura Industrial Area

C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph.: 84602-22035, 94602-22049
Website - www.leamtesthouse.com TEST REPORT E-mail : te_am'l.eshuusa@gmall.cum
Raboit Mo WI1806 E-mail ; direclori@leamtesthouse com
Job Identification. : ULR-TC502518100000641
Date : 10-01-2019
lssued To : WS Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Cre Copper & Associated Minerals Mines Araji No.
96376711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Potable and Domestic Waler
Date of Sample Collection/Maonitoring :  20-12-2018
Date of Sample Recelpt : 24-12-2018
Date of Test : 24-12-2018 to 09-01-2019
Sample Collected By : Sitaram |angid
Point of Collection : Pur Village (Near Balaji Mandir)
RESULTS
S.No |Paramelers Observed Value |Testing Protocaol Requirement Standard
(Acceptable Permissible
Limit) as per IS |limits in the
10500 : 2012 absence of
Alternate
Sources as
per 1S 10500 ;
202
1 Polynuclear aromatic BDL({<0.0001) |APHA 2017 :6440B .0001 -
“’-*““'m"f?"bﬁ"..[m.ﬂﬂl_ _
2 |pestodesimgn -
Foles -
# Tiee nevsaits listesn refer anty to (e tesind sampls (5} & menmelers (5), Endorsement of products ks neither infamed nor imphed
# This raport s not b be reprocuced whalty or in part and can nal be Used eviderice in e court of lw and should nol be used in any advarlising msda
wilhout our special peemisson in wiking
# The samples wil be destroyed afler 15 days o e date of issus of tes repon unlsss othenvss epecified.
s (e
ran Mal Yogl Rajesi wiahesnwan
Pééﬂhf Analyst A!lﬂ'lﬂl's‘!ﬂd :

{Report No: W/1808)



' TEAM TEST HOUSE
“ (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Labaratory
NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chilranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tank Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph.: 84602-22039, 94602-22049
Websile : www leamlesthouse.com E-mail : teamtesthouse@gmail.com
E-mail ; directori@eamtesthouse.com
TEST REPORT
Report Mo. : WNABL/ME810
Job Identification. : ULR-TC502518100000645
Date : 10-01-2019
Issued To : M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas lron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit : Mines
Type of Sample ; Polable and Domestic Water
Date of Sample Collection™onitoring ;  18-12-2018
Date of Sample Receipt ! 24-12-2018
Date of Test : 24-12-2018 1o 10-01-2019
Sample Collected By Sitaram jangid
Paint of Callection : Dariba Village (Gowt. Tubewell Water-Aruvedic Dispansary)
RESULTS
SMNo |Parameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limit) as per 1S  |limits in the
10500 2012 absence of
Alternate
Sources as
per 1S 10500 :
2012
1 Color [Hazen) Less than 5 IS 3025 (Part 4) : 1983 RA |5.00 15.00
k! |Taste Agreeable -
4 |Turbidity [NTU] BOL(<0.1) Lﬂ"’“
5  |pH 7.41 is 3025 (Part 11): 1984 |6.50-8.50 i
J RA 2017 _
6  |Hardness (total)(mgt)  |544 5 Joon Fart1): 1988 20000  |600.00
7 Iron [mg/] BOL(<0.01) IS 3025 (Part 53):2003 0.3 :
RA 5_.'014 _ _ d
SRt - [Ra2one _ :
9 Total Dissolved Solids [mgf] | 967 IS 3025 (Part 16) - 1984 500.00
RA 2017
Note: Cantinue to next page...

(ay—




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

TEAN TC-5025
Approved by Minisery af Enviromment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 %001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chilranjan Marg, Lab.: G1-584, Sitapura Industrial Area

C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph.: 84602-22039, 94602-22040
Website : www.teamiesthouse.com E-maH Iaamlﬁﬂmmﬁunud mrn

S.No |Parameters Observed Value |Testing Protocol

(Acceptable
Limit) as per 1S |limits in the
10500 : 2012 absence of

10  |Calcium [mg/] 166.4 IS 3025 (Part 40): 1991  |75.00 200.00
RA 2014

12 |Capper [mg/] BDL{<0.01) tsuzmmz 0.05 1.50

|sulphate (mg/] 02,51 Em zgffanzq - 1986

16  |Fluoride [mg/l]

IS 3025 (Part 37) : 1988
RA 2014

1S 3025 (Part 49) : 1994

BDL(<0.01)

2 |Aluminu BD IS 3025 (Part 55) : 2003 0.2
22 m [mg/l] L( ) me“

e e I:___._‘:._._.I_ - M . lis B i__.._,,, ,,!_ o] I-' _I! ,]: e

Shailnﬂbe
dmactahlam1m
ml sample




7
; TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India ay Environmental Laboratory
NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area

C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369080, 2771865 Ph.: 94802-22039, 94602-22049
Website ;: www.teamtesthouse.com RESULTS E-mail teamtasﬂwum@gmil com
SNo |Parameters Observed Value [Testing Protocol _ TSandarg o opm
{Acceptable Pemmissible
Limit) as per 1S |limits in the
10500 : 2012 absence of
Alternate
Sources as
|per 1S 10500
2012
28 Free Residual Chlorine BDL({<0.1) IS 3025 (Part 26) - 1986  |0.2 -
[mgf] N RA 2014

20 1 |roL<0.001) |15 3025 (Part48) - 1984 |0.001 '
Mercury [mg/l] ( R.Ad{

32 |Cyanide [mg/] BOL(<0.01)  [IS 3025 (Part27): 1986  |0.05 L
RA20 |

8 Thi resaits listed rafer only 1o the lested samphe (31 & parametes (s). Endorsement of products s neliher mfisred ner implied,
# mmim#hmmwhpﬁmmﬂb&mﬂmﬂmhhmﬂﬂhmﬂdﬂmhuﬂhw
advertisimg media witho(t cur special permizsion in writing.

L The samples will be destroyed after 15 days from the date of issua of test report uniess olhanwiss specified,

- ﬁ‘.l"—-—-
g | eSO IVid e vl
Puran %] Y&t | PEHL_ Vidimaee 1

Autharized Signatory
(Report No: WINABL/MB10 )




TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEARM

Approved by Ministry of Enviranment and Forest, Government of India as Environmental Laboratory

NABL RSPCH ISO 9001: 2008 OHSAS 1R001:2007 JDA/UDH
Office : E-G5, Chitranjan Marg, Lab.: 31-584, Silapura Industrial Area
C-Scheme, Jalpur-302001 Tonk Road, JAIPUR-302022 Raj,
Phone | 0141-2369080, 27718565 Ph.: 94602-22039, 94602-22049
Website : www.leamtesthouse.com TEST REPORT E-mail : teamiesthouse@gmail.com

Report No. : WHB10 E-mail ; direclor@ieamiesthouse.com
Job |dentification. ULR-TC502518100000645

Date : 10-01-2019

Issued To : M!S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
BEYSTET11, Near Tiranga Hills Village ; Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit : Mines
Type of Sample : Fotable and Domestic Water
Date of Sample Collection/Monitoring :  18-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test: 24-12-2018 to 10-01-2019
Sample Collected By : Sitaram jangid
Paint of Callection ! Dariba Village {(Gowvi. Tubewell Water-Aruvedic Dispansary)
RESULTS
SNo |Parameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limit) as per IS |limits in the
10500 : 2012 absence of
Allernate
Sources as
per IS 10500 :
2012
1 Palynuclear aromatic BDL(<0.0001) |APHA 2017 : 6440 B 0.0001 -
L Hydrocarbon [mg/i] =
2 |pesticides fmgn] Bl (R SRS
Maotes -
# The results lisled refer only io the tesbed sampie (s) & paamelers {s). Endorsement of products is neither infermed mor Implied.
8 This report is net to be repreduced wholly or in part and ean hal e Leed sidance in tha court of law and sheuld not be used n any advertising media
wilhout aur special pemmission in wilting.
4 The semples will b8 destrmoyed after 15 days from e date of issue of iest repart uniess olhersise specified,
puran Mal g Rajest aheehwar:
Sanior Analyst Authorized Signatory

{Report No: W/1810)



TEAM

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

Approved by Minisiry of Environment and Forest, Government of India as Environmental Laboratory

NABL

RSPCB

150 9001:2008

OHSAS 18001:2007 JDA/UDH

Office : E-85, Chitranjan Marg,
C-Schemae, Jaipur-302001

Phone : 0141-2369980, 27715865
Website : www.leamlesthouse.com

Lab.: G1-584, Silapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Ph.: B4602-22038, 84602-22040
E-mail ; teamtesthouse@gmail.com
E-mall : director@ieamiesthouse.com

TEST REPORT
Report No. : WNABL/1809
Job |dentification. : ULR-TCS502518100000644
Date : 10-01-201%9
Issued To : M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No,
9897/E711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit ; Mines
Type of Sample : Potable and Domestic Waler
Date of Sample Collection/Monitoring :  19-12-2018
Date of Sample Receipt ; 24-12-2018
Date of Test : 24-12-2018 to 10-01-2018
Sample Collected By : Sitaram jangid
Point of Collection ; Kanoli Village (Govl.Handpump water of Govt. Middle schoaol)
RESULTS
S.No [Parameters Observed Value |Testing Protocol Reguiremerit Standard
(Accepiable Permissible
Limit) as per IS [limits in the
10500: 2012 absence of
Altermate
Sources as
per IS 10500 :
2012
1 Color [Hazen) Less than 5 IS 3025 (Part4) - 1983 RA |5.00 15.00
2017
3 [Taste Agreesble IS 3025 (Part 7 & 8): 1084 |Agreeable .
RA 2017
4 |Turbidity [NTU] BOL(<0.1) IS 3025 (Part 10) : 1884 11.00
- {RA 2017
5 pH B.D4 IS 3025 (Part 11): 1984 6.50 - 8.50
RA 2017
244 IS 3025 (Part 21): 1983 20000
BOL (<0.01) IS 3025 (Part 53) : 2003 0.3 -
RA 2014
|82 IS 3025 (Part 52): 1988 [250.00 1000.00
Total Dissolved Solids [mgf] |331 IS 3025 (Part 16) : 1984 500,00 2000.00
RA 2017

Continue to next page...




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pyt. Ltd.)

TC-5025
Approved by Ministry of Environnient and Forest, Government of India as Environmental Laboratory
NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Olfice : E-B5, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIFUFI-»EI]?ME Raj.
Phone : 0141-2369880, 2771865 Ph.: 84602-22039, 94602-22049
Websile : www.leamtesthouse com RESULTS E-mail : tunmﬂmm@gmail mm
S.No [Parameters Observed Value |Testing Protocal i e o
w.
2012
10 |Calcium [mgh] 57.6 IS 3025 (Part 40): 1991  [75.00 200.00
RA 2014 _ -

BOL(<0.01)  |IS 3025 (Part 42) : 1992
RA 2014

1S 3025 (Part 24) : 1986
RA 2014

16 |Fluoride [mg/] 0.44 IS 3025 (Part 60): 2008 |1.00 1.50

|S 3025 (Part 37) : 1988
RA 2014 )

Zinc [mgfl] BOL (<0.01) IS 3025 (Part49): 1964  [5.00 15.00
RA 2014

BOL(<0.01)  |IS 3025 (Part 55) : 2003
RA 2014

IS 5887 (Part 1) : 1976 RA




47
o= TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)
TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmenial Laboratory
NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph.: 94602-22039, 84602-22049
Waebsite : www.leamlesthouse.com RESULTS E-mail : teamtesthouse@gmail.com
S.No |Parameters Observed Value |Testing Protocol € :
(Acceptable Pemissible
Limit) as per IS [limits in the
10500 : 2012 absence of
Altermate
Sources as
per IS 10500 :
2012
28 Free Residual Chlorine BDL(<0.1) IS 3025 (Part 28) : 1986 0.2 -
' . e A
30 [Mercury [mgfl BDL(<0.001)  |IS 3025 (Part 48): 1994
RA 2014

|BDL(<0.01)

rrr e
|44

BDL(<0.1)

advertising madia without our special permission in

. {Anre K]

IS 3025 (Part 27) : 1986
RA2014

Tha results listed refer onty [0 (he esied sampks (5) & parametars (5], Endorssment of prooucts is nefther nfemed nor mphied.
This: repont ks ned bo be reproducnsd whally or in part and can nod be wsad evidenca in the court of lew and showd not be ussd in any
wiriting.

The samples will be destroyad after 15 days from the date of issus of best repon wiless otharise specifed.

Rajesl‘aﬁﬂahlﬁhwan
Authorized Signatory
(Repart No: W/NABL/1809 )




AT

=2 TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pyt. Ltd,)
EAM
Approved by Ministry of Environment and Forest, Government of ludia as Environmental Laboratory
NABL RSPCB IS0 9001:2008 OHSAS 1R00T:2007 JDA/UDH

Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj,
F'l'1|':I||!'h.f_.I :0141-2369980, 2771865 Ph.: 84602-22039, 94602-22049
Website - www.tsamlesthouse com TEST REPORT E-mail : teamtesthouse@gmail com

Job |dentification. : ULR-TCS502518100000644

Date : 10-01-2018

Issued To: /S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit : Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection™enitoring @ 19-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 10-01-2018
Sample Collectad By : Sitaram jangid
Point of Collection ; Kanoli Village (Govt.Handpump water of Govt. Middle school)
RESULTS
S.No |Parameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limity as per IS [limits in the
10500 : 2012 absence of
Alternate
Sources as
per 1S 10500 :
2012
1 Polynuciear aromatic BDL(<0.0001) |APHA 2017 :6440B 0.0001 -
Hydmmarbnn[mgﬂ]_ . . DT —, A :
Mol=s -
£l Thes resuilts listed refsr only 1o he tesiad sample (5) & parameters (5], Endorsemant of products b nelther inferrsd nor imglied.
# mmtmmmmmwwhmmmmmmmmmwﬁmwumummmmwmm
wihout s special parmission n writing
I The sarmpies will e destroyed after 15 days from the date of issus of st repont uniess olherwise specified,
2 Rafj—
Puran Nﬁi% Hajesn Mahashwar:
USanIurﬁnalyst Authorized Signatory

(Report No; W/1808)




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Enviromment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office ; E-65, Chitranjan Marg, Lab.: G1-584, Silapura Industrial Area

C-Scheme, Jalpur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph.: B4602-22039, 94602-22049
Websita : www.leamtesthouse.com E-mail ; teamtesthouse@gmail.com
E-mail : director@teamtesthouss.com
TEST REPORT

Report No. ; WINABL/1B08

Job Identification. : ULR-TCS02518100000643

Date : 10-01-2019

Issued To: M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iran Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)
Type of Unit ; Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection/Manitoring :  19-12-2018
Date of Sample Recelpt : 24-12-2018
Date of Test : 24-12-2018 to 08-01-2019
Sample Collected By : Sitaram jangid
Point of Collection : Gandhisagar village
RESULTS
S5.No |Parameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limit) as per 1S [limits in the
10500 : 2012 absence of
Alternate
Sources as
per 1S 10500 :
2012
1 Color [Hazen) Less than 5 IS 3025 (Part4): 1983 RA |5.00 15.00
2017

IS 3025 (Part 7 & B) : 1984
RA 2017

5  |pH lrsa IS 3025 (Part 11): 1984 |6.50 - 8.50
RA 2017 |

7 |ronmgn ~ [BDL<0.01) LEAMJP“EEJ: 03 |-
201

9 [Total Dissolved Solids [mg/]| 1153 153025 (Part 16y 1984 [50000  |2000.00

RA 2017
Note: Continue to next page...

(Pej—
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TEAM

TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratary

NABL

RSPCB

15O 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-65, Chitranjan Marg,

C-Schema, Jaipur-302001
Phone :

D141-2369980, 277 1865
Website : www.leamlesthouse.com

1S

Lab.: G1-584, Sitapura Industrial Area

Tonk Road, JAIPUR-302022 Raj.
Ph.: 94602-22039, 94602-22049

E-mail : teamtesthouse@gmail.com

S.Mo |Parameters

Observed Value

Testing Protocol

(Acceptable
Limit) as per |S
10500 : 2012

Parmissible
limits in the:
absence of
Alternate
Sources as

per IS 10500 :

12

om

10 |Calcium [mg/l]
12 |Copper [mg/)

14 [Suiphate [mg/]

Fluoride [mg/]

E-coli [MPN/100mi]

65.6

BOL (<0.01)

BOL (<0.01)

BOL(<0.01)

RA 2014

IS 3025 (Part 40) :

1S 3025 (Part 24) :

IS 3025 (Part 60)

._ 2014

|RA2013 _

IS 3025 (Part 37) :
RA 2014

IS 3025 (Part 4) :
2014

IS 3025 (Part 55) -

|is 5887 (Part 1) : 1976 RA

2013

IS 3025 (part 15) : 1984 RA |

2&14

1991
RA2014

RA 2014

75.00

0.05

0.01 -

200.00

1.50

15.00

0.2

Continue lo next page...

(e




AT

p TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSFPCB IS0 92001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-B5, Chitranjan Marg, Lab.; G1-584, Sitapura Industrial Area

C-Schema, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph.: 94602-22038, 934602-22049

Website : www.leamtasthouse.com R LTS
S.No |Parameters Observed Value |Testing Protocol
28 Free Residual Chiorine BDL{<0.1) IS 3025 (Part 26) : 1986 0.2 1.0
[mg/] RA 2014
30 [Mercury [mg/] BDL(<0.001)  |IS 3025 (Part48): 1994  0.001 -
RA 2014
32 |Cyanide [mg/] BDL(<0.01)  [IS 3025 (Part27): 1986  |0.05 5
QoAU

8 Thes rests listed retar anly | the tested sampla (s) & paramaters (s). Endorsémint of products i neliher infermsd ner impilad,

8 This report is not o be reproduced wholly or in part and can not be ussd evidenca in the court of law Bnd Eheuld not be used In
adveriising madia without sur spacil permission In writing. e

" Tha samples will i destroysd after 15 days from he date of lssue of test repon uniess oihorwise specisd.

2 - .
é‘ qﬁr— e i
Pu&iﬁﬁum Raesh -ghﬂhwan
(Repart No; W/NABL/1808 )




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pyvt. Ltd,)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
OHSAS 18001:2007

NABL

RSPCB

150 9007:2008

JDA/UDH

Office : E-85, Chitranjan Marg,

C-Scheme,
Phone ; 0141-2368080, 2771865

Jaipur-302001

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.
Ph.: 94802-22039, 84602-22049

Website - www.teamlesthouse.com TEST REFPORT E-mail : learrdﬂsmnuse@gt:lail.cnm
-mail : lor@teamt LiSE:
Report No. : Wi1808 E-mail : director@teamtesthouse.com
Job Identification. : ULR-TC502518100000643
Date 10-01-2019
Issued To : M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sampla : Potable and Domestic Water
Date of Sample CollectionMonitoring :  19-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 09-01-2018
Sample Collected By : Sitaram jangid
Puint of Collection : Gandhisagar village
RESULTS
S.Mo |Paramelers Observed Value |Testing Prolocol Requirement Standard
(Acceptable Pemmissible
Limit) as per IS |limits in the
10500 : 2012 absence of
Alternate
Sources as
per 1S 10500 -
2012
1 Palynuclear aromatic BDL(<0.0001) |APHA 2017 :6440B 0.0001 -
_INotDetected |aPHA:2017 |- -

Thie ressulls lisied refer only o e lested sampe (3) & paremeters (3] Endorsemment of prodocts B nelther infemed nor smphed.
This report is not to be reproduced whally or In past and can not be used evidance in the count of aw and showld not be used in any advertising media
without our speciel permission in witing,
Thie samples will be destroved after 15 days from the date of sswe of test report unless ofiverwise spacfied,

i

(R
Puran wial Yogl

Senior Analyst

4

LS i ek W a1
Authorized Signatory
(Repart No: W/I1B08)




TEAM TEST HOUSE
‘ (Unit of Team Institute of Science & Technology Pyvt. Ltd,)

TC-5025

Approved by Ministry of Enviranment and Forest, Government of India as Environmental Laboratory

NABL RSPCB

150 9001:2008

OHSAS 18001:2007 JDA/UDH

Office : E-85, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369980, 2771865
Website : www.leamtesthouse.com

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.
Ph.: 84602-22039, 94602-22049

E-mail : leamiesthouse@gmail.com
E-mail : director@teamtesthouse.com

TEST REPORT

Report No. : W/NABL/MBOS

Job |dentification. : ULR-TC502518100000640

Date : 10-01-2019

lssued To - M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas lron Ore Copper & Associated Minerals Mines Araji No.
9697/ET11, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)

Type of Unit : Mines

Type of Sample : Potable and Domestic Water

Date of Sample CollectionMonitoring :  20-12-2018

Date of Sample Receipt : 24-12-2018

Date of Test : 24-12-2018 to 09-01-2019

Sample Collected By : Sitaram jangid

Point of Callection : Suras Village (Gowvi. Handpump Near Palki Rani Ka Mandir)

RESULTS
S.No |Parameters Observed Value |Testing Pratocol Requirement Standard

(Acceptable Permissible
Limit) as per 1S |limits in the
10500 2012 absence of
Altermate
Sources as
per IS 10500 :
2012

IS 3025 (Part 4) : 1983 RA  |5.00 15.00
2017

E i E% - Aa00O% A A N}
TR LI

IS 3025 (Part 7 & 8) : 1984 i
RA 2017

IS 3025 (Part 11): 1984
RA 2017

IS 3025 (Part 53) : 2003
RA 2014
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- TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office ; E-G65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area

C-Scheme, Jalpur-302001 _ Tonk Road, JAIPUR-302022 Ralj.
Phone : 0141-2369980, 2771865 Ph.: 94602-2203%, 94602-22049
Wehsite : www.leamlesthouse com RESULTS E-mail : teamtesthouse@gmail.com
S.No [Parameters Observed Value |Testing Protocol 2lilfe Sard "
(Acceptable Pemmissible
Limit) as per IS  |limits in the
10500 ; 2012 absence of
Alternate
Sources as
per IS 10500 ;
2012
10 |Calcium [maf] 160 IS 3025 (Part 40): 1891  [75.00 1200.00

BOL{<0.01)

14 |Sulphate [mg/] 61.50 s 3025 ;Par’t}ﬂ ~ |200.00 400.00

IS 3025 (Part 60):
RA2013

18 |Arsenic [mghl] BDL(<0.001)  |IS 3025 (Part37): 1988  |0.01 3
| RA 2014
20 |zinc [mgh] BDL (<0.01)  |IS 3025 (Part 49): 1984  |5.00 15.00

RA 2014

Aluminum [mg/) BOL(<0. IS 3025 (Part 55) : 2003
RA204

E-coli [MPN/100mi] DL |IS 5887 (Part 1): 1976 RA |Sha
2013

R el i

Mote: Continue o next page...

(v




' TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)
. TC-5025
Approved by Ministry of Environneent and Forest, Government of India as Environmental Laboratory
NABL RSPCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-85, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369880, 2771865
Website : www.leamlesthouse.com

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.
FPh.: 84602-22035, 84602-22049

RESULTS E-mail tzams!hnm@gnaﬂm

Mercury

Cyanide [mg/]

Anionic Surface Detergents
as MBA'B'[mg’I]

i mmmmmmmmmmlmmmumﬂ;tmlmwm

L This

BDL(<0.001)

mesdia withoud our specisl pemission in

# This smmples will b destroyed sl 15 days from (he date of Esue of test repon uniess othanise soecified.

i~
gz iaie

RA 2014

IS 3025 (Part 48) : 1994
RA 2014

|S 3025 (Part 27) : 1986
RA 2014

IS 13428 (Annexure K)

S.No |Paramalers Observed Value |Testing Protocol
28 Free Residual Chicrine BDL{<0:1) IS 3025 (Part 26) : 1986 0.2 1.0
[magf]

1.00

hnﬂhhmﬂmwﬂrhpﬂwmmum evidencs in the court of lEw and should not be used in any
wriling.

Q | i——
Raiesh ﬁsgnaenwan

(Report No: WINABL/1805 )




TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pyit. Ltd.)

Approved by Minisiry of Environnent and Forest, Government of India as Environmental Laboratory
OHSAS 18001:2007

NABL

HSPCB

ISO 9001:2008

JDA/UDH

Office : E-G5, Chitranjan Marg,
C-Scheme, Jaipur-302001
Phone : 0141-2369080, 2771865

Lab.; G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.
Ph.: 94802-22039, 94602-22049

Website | www.leamlesthouse.com E-mail : teamtesthouse@gmail.com
TEST REPORT E-mail : directon@teamiesthouse.com
Repart No. : W/1805
Job Identification. : ULR-TC502518100000640
Date : 10-01-2019
Issued To: M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9897/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit ; Mines
Type of Sample : Potable and Domeslic Water
Date of Sample Collection/Monitoring :  20-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 09-01-2019
Sample Collected By : Sitaram jangid
Paint of Collection : Suras Village (Govt. Handpump Near Palki Rani Ka Mandir)
RESULTS
S.No |Parameters Observed Value |Testing Protocal Requirement Standard
(Acceptable Permissible
Limit) as per IS |limits in the
10500 : 2012 absence of
Altemate
Sources as
per 1S 10500 :
2012
Paolynuclear aromatic BOL(=0.0001) |APHA 2017 : 64408 0.000M -
Hydrocarbon [mgA] N S——
_|Pesticides [mgh] L o L A DRSSt i
Moles -
o The resaiis lisied refer only 1o the tesied sample {5) & paremetens (5). Erdorsement ol prodects i nelther infamed nor implied.
# This report ks not bo be reproguced wholly or in pad snd can not be wsed evidence In the court of low and shoukd Nt be used in Gny advetigng meds
without our special permission in writing.
W The samples will be destroyet aftan 15 days from he date of issue of st repon unless Whenvise specilied,
2 .
RARS Rajesh (airacn:
pyran Mal Yog! posn Meliashiar
Senior Analyst Authorized Signalory

(Report No: W/1805)




TEAM

' TEAM TEST HOUSE
‘ (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCB

150 %001:2008 OHSAS 18001:2007 JDA/UDH

Offica : E-85, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-23689980, 2771865
Website : www.teamlesthouse.com

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj,
Ph.: 94602-22039, 84602-22049

E-mail ; teamtesthouse@gmall.com
E-mail : director@teamtesthouse.com

TEST REPORT
Report No. : WINABL/1804
Jab Identification. : ULR-TC502518100000638
Date ; 10-01-2018
Issued To : M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection/Monitoring :  20-12-2018 .
Date of Sample Recelpt : 24-12-2018
Date of Test : 24-12-2018 to 08-01-2018
Sample Collected By : Sitaram jangid
Point of Collection : Dhulkhera Village (Near NH 75)
RESULTS
S.No |Parameters Observed \Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limit) as per IS |limits in the
10500 : 2012 absence of
Alternate
Sources as
(per IS 10500 ;
2012
1 Color [Hazen|] Less than 5 IS 3025 (Part 4) : 1983 RA |5.00 15.00
2017
IS 3025 (Part 7 & 8) : 1984 |,
RA 2017

IS 3025 (Part 11): 1984 |6.50 - 8.50 =

IS 3025 (Part 16) : 1984
RA 2017

Continue to next page...

— — —
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TEAM

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

Approved by Ministry of Enviranment and Forest, Government of India as Environmental Laboratory

NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj,
Phone ; 0141-2369980, 2771865

“ a
S.No |Parameters

(Acceplable
Limit) as per IS |limits in the
10500 : 2012

BOL(<0.01)

88.75

BDL(<0.001)

BOL(<0.01)

IS 3025 (Part 40) :
RA 2014

RaA 2014

IS 3025 (Part 24) -

RA 2013

IS 3025 (Part 49) :
RA2014
RA 2014

5887 (Part 1)
2013

|S 3025 (Part 42) : 1

Rh 2014 _—

1S 3025 (Part 55) : 2

400.00

Il not be

detectable in 100

Tt e sk B AR oo dL Y IR T L™ S
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TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)
TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India us Environmental Laboratory
NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chilranjan Marg, Lab.: G1-584, Silapura Industrial Area
C-Schems, Jaipur-302001 Tenk Road, JAIPUR-302022 Raj.
Phone ; 0141-2369980, 2771885 Ph.: 94602-22039, 84602-22049
Website - www.leamtesthouse.com RESUILTS E-mail : tﬂfanﬂﬂswm
SNo |Parameters Observed Value |Testing Protocol EliEnaard = P
(Acceptable Permissible
Limit) as per IS |limits in the
10500 : 2012  |absence of
Altermate
Sources as
per IS 10500 :
2012
28  |Free Residual Chlorine BDL(<0.1) IS 3025 (Part 26) : 1986  |0.2 1.0
fmoll T | T Ba S
BDL(<0.001)  |IS 3025 (Part 48) : 1994
2014

BDL(<0.01)  |IS 3025 (Part 27) : 1986
|RA 2014

15 345 (Annexure K}

: xmummaﬁhmmmmdm{.}.ﬁmmmmhmmnumwm
& report is nat 1o b reproduced wholly of in part and can not bR sed evidenca ; '
) s 1 et | Iri the eour of law and should rol be used in any
L] The samples will ba destroyod afier 15 days trom thiy date of issus of (681 repon uniess otherwise specified.

jage e
pmlm_g}mﬂg‘ Rﬁﬁe:;@ahuhwan

(Report No: W/NABL/1804 )




TEAM TEST HOUSE

. (Unit of Team Institute of Science & Technology Pyt. Ltd,)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCB

1SO 9001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-85, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369880, 2771865
Website : www.leamiesthouse.com

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.
Ph.: 84602-22039, 94802-22049

E-mail : teamtesthouse@gmail.com
TEST REPORT E-mail : direclor@leamtesthouse.com

Report No. : Wi1804
Job |dentification. : ULR-TC502518100000638
Date : 10-01-2018
lssued To M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas lron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Shilwara
District-Bhilwara 311802 (Rajasthan)
Type of Lnit : Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection/™eonitoring :  20-12-2018
Date of Sample Receipt 24-12-2018
Date of Test : 24-12-2018 to 09-01-2019
Sample Collected By . Sitaram jangid
Paint of Collection ; Dhulkhera Village (Mear NH 75)
SULTS
S.MNo |Paramelers Observed Value |Testing Protocol Requirement Standard
(Acceptable Pemnissible
Limit) as perlS  |limits in the
10500 : 2012 absence of
Alternate
Sources as
per IS 10500 ;
2012
1 Palynuclear aromatic BOL(<0.0001) |APHA 2017 : 6440 B 0.0001 -
. Hydrocarbon [mgh] | _
|2 |Pesticides [mgh] |Not Detected  |APHA : 2017 HCE CRe e
Nt =
] The results listed refer anly (o the tested sample (5) B parameters (5], Endorsemeant of products is neither infamed nos impled,
g Thils repon (5 net 1o be reproduced wholly or In pant and can not be used evidence in the court of law and sheud not be vsed In any advertising media
without our special permission in wiiting.
] The samples will be destroyed after 15 days from the date ol sue of test report unless offersise specified,
=3 -
N . % s
- "ai Yﬂgl Raje H Maheshwari
E%r%r gmlyst Authorized Signatory

(Report No: W/1804)
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- TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM
Approved by Ministry of Enviromment and Forest, Government of India as Environmental Laboratory

NABL R5PCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office . E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph.: 84602.22039, 94602-22049
Websile ; www.leamlesthouse.com E-mail : teamtesthouse@gmail.com

E-mail ; direclor@teamiesthouse.com
TEST REPORT
Report No. : WMNABLMBO7
Job ldentification. : ULR-TC502518100000642
Date : 10-01-2018
Issued To : M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
S657/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rsjasthan)

Type of Unit : Mines
Type of Sample ; Potable and Domestic Water
Date of Sample Collection/Monitoring :  17-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test ; 24-12-2018 to 09-01-2019
Sample Collected By Sitaram jangid
Point of Collection : Samodi Village (Bheel Basti Near Govt. Handpump front Ratan Lal
Yadav Plot)
RESULTS
S.Mo |Parameters Obsenved Value |Testing Protocol Reguirement Standard
{Acceptable Permissible
Limit) as per IS |limits in the
10500 : 2012 absence of
Alternata
Sources as
{per IS 10500 :
2012
1 Color [Hazen] Less than 5 IS 3025 (Part 4) : 1983 RA  |5.00 15.00

RA 2017

=N
2

5  |pH ' l761  |is3025(Part11): 1984
RA 2017

|is 3025 (Part 53) : 2003

IS 3025 6): 1984
RA 2017




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvi. Ltd.)

TEAM TC-5025
Approved by Ministry of Envivonment and Forest, Government of India as Environmental Laboratory
NABL RSPCR 150 9001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-65, Chitranjan Marg, Lab.: G1-584, Silapura Indusirial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph.: mﬁnzrzzuaa 94602-22049
Websile - www.leamlesthouse cam RESULTS
S.MNo |Parameters Dbserved Value |Testing Protocol

IS 3025 (Part 40) : 1991
RA

IS 3025 (Part 42) - 1992
RA2014

|is 3025 (Part 24) - 1986
2014

16 |Fluoride [mg/] lo.4s IS 3025 (Part 60): 2008 [1.00 150
R4,

18 |Arsenic [mgf] BOL(<0.001)  |IS 3025 (Part37): 1988  |0.01 "

ﬁ”‘ =

22 |Auminum [mgn)

E-coli [MPN/100mi]

T — e = ar=
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TEAM

TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd,)

Approved by Ministry of Environment and Forest,

NABL RSPCB

1SO 9001:2008

Government of India as Environmental Laboratory
OHSAS 18001:2007

JDA/UDH

Office : E-85, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369980, 2771865
Websile : www.teamtesthouse.com

Lab.: G1-584, Sitapura Industrial Area
Tonk Read, JAIPUR-302022 Raj.
Ph.: 94602-22039, 54602-22049

1S 3025 (Part 48) : 1984

RESULTS E-mail : teamles il.com
S.No |Parameters Observed Value |Testing Protocol ql : -,

(Acceptable Permissible

Limit) as per 1S |limits in the

10500 : 2012 absence of
Altemate
Sources as
per S 10500 :
2012

1S 3025 (Part 26) : 1986 -

] The resuilts fisted refr andy 10 the tested sampie () & parametens (s). Endorsement of products i raithar informd nor implied.

@ This: rapar s not i be reproducad whally

advartising media without our specil pemmission in wailing, . .
# Tre samiples will bo destroyed sfter 15 days from the date of kssue of les! repon unisss olhanvise specified.

pyap MaTOST

o i vt and can nol ba ussd svidencs in he coun of isw end should not be ussd in any

=
Hajesrﬁhanasnwaﬂ
Authorized Signatory
(Report No: WINABL/1807 )




= TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCRE IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-B5, Chilranjan Marg Lab.: G1-584, Silapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2368980, 2771865 Ph.: 94602-22039, 94602-22049
Website : www.leamtesthouse.com TEST REPORT E-mail : teamtesthouse@gmail.com

Report No. ; W/1807 E-mail : director@teamiasthouse.com
Job |dentification. : ULR-TC502518100000642

Date : 10-01-2019

Issued To : M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
S697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit ; Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection™onitoring :  17-12-2018
Date of Sample Receipt . 24-12-2018
Date of Test : 24-12-2018 to 09-01-2018
Sample Collected By : Sitaram jangid
Point of Collection : Samodi Village (Bheel Basti Near Govt. Handpump front Ratan Lal
Yadav Plot)
RESULTS
S.No |Parameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limit) as per 1S |limits in the
10500 @ 2012 absence of
Alternate
Sources as
per IS 10500 :
2012
1 BDL(=0.0001) |APHA 2017 :6440B 0.0001 -
2  |NotDetected [aPHA:20t7 |} |
Maoles -
# Tho resulls Esbed refer only (o the testad sample (s} & parameters (s} Endorsemant of products is neither inferred nar implied.
g This repert i not ta be reproduced wholly o in part and can not be used evidence in the court of law and shoukd not be used in any advertising media
without our spedial perrigsion in witing.
] Tl'raﬁnpbs'rdllhﬂmﬂﬂﬁdmmrﬂdEdmdhﬂwwlmmmdﬂnd
o o,
D 1 Mal i raesh Maheshwan
H@ng,%m 9 et Yahes

(Repart No: Wi1807)
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL

RSPCB

150 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-23693280, 2771865
Websile : www.leamtesthouse.com

TEST REPORT

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raij.

Ph.: 94602-22039, 94602-22049
E-mail : teamlesthouse@gmall.com
E-mail : direclor@teamtesthouse.com

Report MNo. : WINABL/M1B51
Job ldentification. : ULR-TC502518100000701
Date ; 10-01-2018
Issued To . M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas lron Ore Copper & Associated Minerals Mines Araji No.
9687/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit ! Mines
Type of Sample ; Fotable and Demestic Water
Date of Sample Collection/Monitoring ;  18-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : £4-12-2018 to 10-01-20149
Sample Collected By Sitaram Jangid
Paint of Collection | Fiezometer Well No. 1
RESULTS
S5No |Parameters Observed Value |Testing Protocol Requirement Standard
{Acceptable Permissible
Limit) as periS  [limits in the
10500 ; 2012 absence of
Alternate
Sources as
per IS 10500 :
2012
1 Color [Hazen)] Lessthan 5 IS 3025 (Part4) - 1983 RA |5.00 15.00
2017
2 |odour Agreeable IS 3025 (Part 5) : 1983 RA |Agreeable -
_ 2017 '
3 Taste Agreeable IS 3025 (Part 7 & 8) ; 1984 |Agreeable -
RA 2017
4 [Turbidity [NTU] BDL(<0.4) |IS 3025 (Part 10): 1984  |1.00 5.00
i ! RA 2017 . . -'
a pH 7.50 IS 3025 (Part 11) : 1984 6.50-8.50 -
RA 2017
6 |Hardness (iotal) [mgf] (850 IS 3025 (Part 21): 1983 |200.00° 600.00
RA 2014 : !
7 Iron [mg/] BDL(=0.01) IS 3025 (Part 53) : 2003 0.3 -
S 542014
a Total Dissolved Solids [mg/][1256 IS 3025 (Part 16) : 1984 500.00 2000.00
RA 2017

Mote:

Continue to next page. .




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry af Environment and Forest, Government of India as Envirenmental Laboratory
NABL RSPCR 1S0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.

__mmﬁ_qm 2369980, 2771865 RESULTS Ph.; mm-zmas. muzma
§/Ne" Pardmidsrrmiesthouse.com lopeerved Value [Testing Protocal Realiirement ot

10500 : 2012 labsence of

per 1S 10500 -
2012

IS 3025 (Part 40) -
RA 2014

IS 3025 (Part 42)
RA 2014

IS 3025 (Part 24) :
RA 2014

|is 3025 (Part 80) -
RA 2013

E-coli [MPN/100mi] B0l _ 1976 RA  |Shall not be
ietecian Ein 1ﬂu

_ oal Chromium [mg/]  [BDL(<0.01)  |APHA:2017 :3111-B ""- |
] = | L TS — o= Ll '

Note: Continue to next page...




= TEAM TEST HOUSE
‘ (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM
Approved by Ministry of Environneent and Forest, Government of India as Environmental Laboratory
NABL RSPCH 150 9001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-G5, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Schoeme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.

Phone : 0141-2369980, 2771865 RESULTS Ph.: 84602-22039, 04602-22049
i [Paraielard =T oUSE M Topserved Value |Testing Protocol N TEMERb: Gt SRR 0.
t CE8 mh B
Limit) as per IS |limits in the
10500 : 2012 absence of
Alternate
Sources as
per IS 10500 ;
2012
27 Free Residual Chlorine BDL{=<0.1) IS 3025 (Part 26) : 1986 02 -

[mg] RA 2014

IS 3025 (Part 48) : 1994
RA 2014

| BDL(=0.001)

IS 3025 (Part 27) . 1886
RA 2014

|BOL(<0.01)

|BDOL(<0.1)

Moles -
: Em_ﬁmﬂwmw-uwmm&mu}.&mwmmammmmw
mﬂmmmhmmu*hunmmmhm mmmumnuwwmmmummw

advertising media without our special permission in wriling.

L The samples will be destroyed after 15
% PoramelsrsNo. 36 837 aranot I NABL Soope - o o 560 oftes repar uniess ofhenvse speciied

Puran MI

Senior Analyst

By —
ReigshMalespyan

(Report No: WINABL/1851)



TEAM

TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

JDA/UDH

NABL RSPCB 1SO 9001:2008 OHSAS 18001:2007
Office ; E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPLUR-302022 Raj.
Phone ; 0141-2369980, 2771865 Ph.: 94602-22039, 84602-22049
Website : www.leamlesthousa.com E-mall ; teamiesthouse@gmail.com
E-mall : director@teamlesthouse.com
TEST REPORT
Report No. : WINABL/1B12
Job Identification. : ULR-TC502518100000646
Date : 10-01-2019
Issued To @ M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associaled Minerals Mines Araji No.
9697/67 11, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection/onitoring : 19-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 10-01-2019
Sample Collected By : Sitaram jangid
Point of Collection : Piezometer Well No. 2 (Plant Gate No.&)
RESULTS
S.MNo |Parameters Observed Value [Testing Prolocol Requiremeant Standard
{Accaptable Permissible
Limit) as per IS |limits in the
10500: 2012 |absence of
Allermate
Sources as
per IS 10500 :
2012
1 Color [Hazen] Less than 5 IS 3025 (Part 4) : 1983 RA [5.00 15.00
2017
3 Agreeable IS 3025 (Part 7 & 8): 1984 |Agreeable :
RA 2017
4 (BOL(<0.1) IS 3025 (Part 10): 1084  [1.00 5.00
oL0t) 5 3025 P g
5 pH 748 IS 3025 (Part 11) ; 1984 6.50 - 8.50 -
— - inchicr R
6 Hardness (total} [mgf] 490 IS 3025 (Part 21): 1983 |200.00 600.00
RA 2014
7 Iron [mgf] BDL{=0.01) IS 3025 (Part 53): 2003 |0.3 -
) RA 2014
8 |Chloride [mgf] 198.02 [IS 3025 (Part 32): 1888 |250.00 1000.00
2] Total Dissolved Salids [mg/]{1609 IS 3025 (Part 16) : 1984 500.00 2000.00
RA 2017
MNote: Cantinue to nex| page...

0

f
|
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TEAM TEST HOUSE
‘ (Unit of Team Institute of Science & Technology Pyt. Ltd.)

TEAM

Approved by Ministey of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH

Dffice : E-G5, Chitranjan Marg, %k Emsgaﬁm Irlduatnﬂgiim

C-Scheme, Jaipur-302001

F'hnne u141 zaa'mu 2771865 RESULTS
5 |Patiibler oM  |observed Value [Testing Protocol

IS 3025 (Part 40) -
A 2014

IS 3025 (Part 37) :
RA 2014

S— -

MNote: Continue to next page...

A:2017 :3111- B




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitrarjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 RESULTS Ph.: zzuag -22045 ‘
[ESTOUSE S0 Topserved Value |Testing Protocol [Requir Hiard.
I.Imit} as per 15 |II'I'IIt$ in the
10500 : 2012 absence of
Alternate
Sources as
per IS 10500 :
2012
27 |Free Residual Chiorine BDL(<0.1) IS 3025 (Part26) : 1986 (0.2 -
[mg/] RA 2014
29 |Mercury [mg/] IS 3025 (Part 48) : 1994  |0.001 =
RA 2014
i .II.-.: A ey, LN SN AR 5 sl ] j* : Ill:j.:.l 1 ~ A !
31 |Cyanide [mg] BDL(<001)  |IS 3025 (Part27): 1986  |0.05 .
RA 2014
33 |Anionic Surface Detergents | 100
as MBA's |

_# The results listed reder only to the tested sample (5] & parmmeters () Endorsament of products i3 neither infermed nor implied,
g mumnhmmwmmmnrmmardmmnuummmmmemnurmmmm nok B in
advertising media without ¢ur special permission in wiiting ek

# The samples will be destroyed after 15 days from tha date of isus of fogi rt uniess clherwise specifind.
# Parameters No. 38 837 e riolin NABL Seope s e

_ i:.'.qrc#— @L{__
B Yoo Rejash Maheshan

(Report No: WINABL/1852)



TEAM TEST HOUSE

ﬂ (Unit of Team Institute of Science & Technology Pvt. Ltd.)
TEAM TC-5025
Approved by Minisiry of Environment and Forest, Government of India as Environmental Laboratory
NABL HSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-B5, Chitranjan Marg, Lab.; G1-584, Silapura Industrial Area
C-Schema, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj,
Phone : 0141-2369980, 2771865 Ph.: 94602-22039, 94602-22049

Waebsite - www.leamtesthouse.com E-mail : teamtesthouse@gmail.com
E-mail : directori@teamiesthouse.com

TEST REPORT
Report No. : WINABL/1852
Job Identification. : ULR-TC502518100000702
Date ; 10-01-2019
Issued To: M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9657/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection/Monitoring :  19-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 10-01-2019
Sample Collected By : Sitaram Jangid
Point of Collection : Plezometer Well No. 3 (Suras Mine)
RESULTS
SNo [Parameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limit) as per IS |limits in the
10500 ; 2012 absence of
Alternate
Sources as
per 1S 10500 :
2012
1 Color [Hazen] Less than 5 IS 30265 (Part 4) ; 1983 RA  |5.00 15.00
2017
2 |Odour g%?ﬁﬂ*m&l 1983 RA .
3 Taste Agreeable !E 3025 (Part 7 & 8) : 1984 Agreeaﬁle .
i _ RA 2017
4 [Turbidity [NTU] BDL(<0.1) |IS3025(Part10):1984  [1.00 5.00
gt |RA 2017 L
5 pH 7.16 IS 3025 (Part 11) : 1984 650-850
= RAZ017
6 |Hardness (total) [mg/] 250 1S 3025 (Part 21) : 1983 (200,00 600.00
7 Iron [mgi] BDL{<0.01) IS 3025 (Part 53): 2003 [0.3
BA 2014 _ _ _
8 |Chloride [mg/l] 152.3 fﬁﬂ@{?artm 11988 [250.00° |1000.00
g Total Dissolved Solids [mg/l] 877 IS 3025 (Part 16) ; 1984 500.00 2000.00
RA 2017
Note Continue to next page... &




TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Envirenment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-65, Chilranjan Marg,
C-Scheme, Jaipur-302001

RESULTS

Lab.: G1-584, Sllapura Industrial Area
Tonk Road, JAIPUR-302022 Raj,
Ph.: 94602-22039, mzmu -

Phuna 'D141 ESEEBHI} 2771865

|observed Value Testing Protocol

ih: 1"?|.|1,|||:r WTE
T .:_t;ITJ:';"Iﬂff‘I "I ;*!;%4:_.‘
Limﬂ} as per IS

Aluminum [mg/]

E-coli [MPN/100mi]

Note:

limits in the
10500:2012  |absence of
A\ltemate
Sources as
per IS 10500
| 2012
10 |calcium [mgf] IS 3025 (Part 40): 1891  [75.00 200.00
8 2014
BDL(<0.01)  |IS 3025 (Part42) 1982  |0.05 1.50

RA 2014

RA 2014

Continue to next page...

| 3025 (Part 37) : 1988




3 TEAM TEST HOUSE
“ (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025
Appraved by Ministry of Envirenment and Forest, Government of India as Environmental Laboratory
NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Silapura Industrial Area
C-Schame, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2363980, 2771865 RESULTS Ph.; 94602-22039, 94602-22049
SNB R rimrarg esthouse com  Topeorved Value |Testing Protocol - %ﬂﬂ W” Rtant :
cepta H
Lm'nt} asperlS |limitsin tha
10500 : 2012 absence of
Alternate
Sources as
per IS 10600 :
2012
27 Free Residual Chiorine BOL(=0.1) IS 3025 (Part 26) : 1986 0.2 -
[n_'lg_HJ RA 2014
28 " elenium [mg/l] BDL(<0.01) Efm (Part56):2003  [0.01 -
-] ! 3
29 Mercury [mall] BDL{=0.001) 15 3025 (Part -‘tﬁ} 1894 0.001 -
RA 2014
30~ _|Panclc:Compeund [moAl. |BDL(<0001) Ejﬁﬂiﬂ’mm 1982 ooor SEE
R . Cyanide [mg/l] BOL(<0.01) 1S 3025 (Part 27) : 1986 . 0.05 -
_ _ RA 2014
32 |Calcium Hardness [mgA]  [140 IS 3025 (Part 40): 1891 |- 3
_ RA 2014 - |
33 Anionic Surface Detergents |BDL({<0.1) IS 13428 (Annexure K) 0.20 1.00
as MBA's [mgﬂ]
34 [Mineral Ol [mg/] BOL(<05)  [1S3025 (Part39): 1999 |05 :
35 Polynuclear aromatic BOL(<0.0001) APHA 2017 : 6440 B [.0001
Hydrocarbon [mg.ﬂ} | . _ .
36 Mﬁdﬂm ~ |NotDetected  |APHA: 2017 - -
Notes -
g The resulls ksted nefer onty to the tested sample (8] & parameters () Endorsement of products is neither inferred nor implisd
k) This repan is not io be repreduced wholly of in part and can not be used evidence in the cour of [Bw and should na! be used in any
advertising mEdia wilhoul our special permission n wribng.
L] The samples will be destroyed after 15 days from the date of issue of 1ast report unless otherwise spacifed.
¥ Parameters Mo, 36 37 are not in MABL Scope
(Pag—
Puran f'i I%Ql Rajesh
Senior Analyst xajesn NL.E shwan

{Report No: WINAEU1352}



(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TEST HOUSE

TC-5025

Approved by Ministry of Environment and Forest, Governmenr of India as Environmental Laboratory

NARL

RSPCB

150 9001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phona ; 0141-2369980, 2771865
Websile : www.leamiesthouse.com

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Ph.: 94602-22030, 94602-22048
E-mail : teamissthouse@gmail.com
E-mail : direclor@teamtesthouse.com

TEST REPORT

Report No, | WiNABL/1813

Job Identification. : ULR-TCS0251810000064 7

Date : 10-01-2018

Issued To; M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9687/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)

Type of Unit : Mines

Type of Sample : Fotable and Domestic Water

Date of Sample Collection/Monitoring :  13-12-2018

Date of Sample Receipt : 24-12-2018

Date of Test : 24-12-2018 to 10-01-2019

Sample Collected By :
Point of Collection

Sitaram Jangid
Piezometer Well No. 4 (Suras Mine)
RESULTS

S.No |Parameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limit) as per IS |limits in the
10500 2012 absence of
Alternate
Sources as
per IS 10500 ;
2012
1 Calor [Hazen] Less than 5 IS 3025 (Part 4) - 1983 RA |5.00 15.00
2017
2 |odour ;ﬁzamarma RA |Agreeable -
3 |Taste Agreeable IS 3025 (Part 7 & 8) : 1984 |Agreeable :
_ RA 2017
4 Turbidity [NTU] BDL(<0.1) IS 3025 (Part 10): 1984 (100 15.00
; |Razo? ; I | s
5 pH 7.99 IS 3025 (Part 11): 1984  |6.50 - 8.50 -
| = : ~ RA 2017
6 |Hardness (total) [mgfl]  |260 IS 3025 (Part 21): 1983 [200.00 |600.00
. RA 2014 i !
7 Iron [magf] BDL{<0.01) IS 3025 (Part 53) : 2003 0.3 -
RA 2014
(8 [Chioride [mg/) 169.73 ispcan a2l dogs. - jpsoon 1000.00
9 Total Dissolved Solids [mg/l] [B77 IS 3025 (Part 16) - 1984 |500,00 200000
RA 2017

Nate:

Continue to next page...
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM

TC-5025
Approved by Ministry of Enviromment and Forest, Government of India as Environmental Laboratory
NABL RSPCB ISO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chilranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jalpur-302001 Tank Road, JAIPUR-302022 Raj.

Prmna 0141- zasnnau 2771865 RESULTS Ph. m&z-zzuae 94502-22943
S1BarkEEAn|esINouse oM apeaned value [Testing Protocol g ST '

10 |Calcium [mg/] {68.8 LISA 335;.54[?:&45}:19&1 75.00 200.00

Iis 3025 (Part 42) : 0.05 1.50
|ra zn14 |
S 3_ (Part 24) : |200.00 400,00

RA 2014

IS 3025 (Part 60) -
RA 2013

1.00 1.50

IS 3025 (Part 49)
RA 2014

MNote: Continue to next page...




o TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-G5, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
G-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj,
Phone : 0141-2369980, 2771865 RESULTS Ph.: 84602- 22039, 64602-22048
SRS §P arapelgATs house com Observed Value [Testing Protocol ST el i

Lirnit] as par lS Iits .
10500 : 2012 absence of

Sources as
per IS 10500 :
2012

27 Free Residual Chiarine BDL(<0.1) IS 3025 (Part 26) : 1986 0.2 -
J [mg/) RA 2014

IS 3025 (Part 48) - 1994
RA 2014

|BDL(<0.001)

|is 3025 (Part27): 1986 |0.05

‘|cyanide (mgn) |BDL(<0.01) s 302
2014

Anionic Surace Detergents [BDL(<0.1) (IS 13426 (Amnexwre ) (020 100

as MBA's [mg/l]

[Polynuclear aromatic  |BDL(<0.0001)  |APHA 2017 - 644 “p.ooor ;
drocarbon [mg

e Thie results figted refer only to the tested sample (8] & parametars (=), Eﬂurmrtdprmunﬁﬂu'ﬂmudwm

B This repart is nof to be reproduced wholly or in part and can riot be used svidence in the court of lew and should not be used i
advertising medéa without our special permissian in witing. e

# The samples will be destrayed atter 15 fram the date of issue of test report uniess otherwise specifisd.

# Parameters No. 35 B37 are nat in NABL

F;g,m%l Bmﬁﬁmwa"

(Report No: W/NABL/1813)




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCRB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phane : 0141-2369980, 2771865 Ph.: 94602-22039, 94602-22049
Website | www.leamlesthouse.com E-mail ; leamiesthouse@gmail.com
E-mail : direclor@teamtesthouse.com

TC-5025

TEST REPORT
Report No. : WINABL/MB14
Job |dentification. ULR-TC502518100000648
Date : 10-01-2019
Issued To : M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
8697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample . Potable and Domestic Water
Date of Sample Collection/Monitoring :  19-12-2018
Date of Sample Receipt 24-12-2018
Date of Test 24-12-2018 to 10-01-2018
Sample Collected By : Sitaram Jangid
Paint of Collection ! Piezometer Well No. 5
RESULTS
5.No |Parameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limity as periS |limits in the
10500 : 2012 absence of
Alternate
Sources as
per 15 10500 :
2012
1 Color [Hazen] Less than 5 IS 3025 (Part 4) : 1983 RA |5.00 15.00
2017
2 Odour %ﬂﬂﬁtﬂ'ﬂtﬁj‘lﬂﬂm : i
e 017 ; g .
3 Taste Agreeable IS 3025 (Part 7 & 8) : 1984 |Agreeable -
| - RA 2017
4 Turbidity [NTU] BDL(<0.1) IS 3025 (Part 10): 1984  |1.00 5.00
s— 5 J |RA 2017 i
5 pH 7.78 1S 3025 (Part 11) - 1984 B6.50-B.50 -
. . RA 2017 . —
6  |Hardness (total) [mg/l] 470 183025 (Part21): 1983 (200,00 600.00
7 Iran [mgll] BDL(=0.01) 1S 3025 (Part 53) : 2003 0.3 -
RA 2014
8§ |Chioride [mgr] 26289 ISz, e [1900.00]
- = velig L ol e = _a
9 |Total Dissolved Solids [mg/l] 692 IS 3025 (Part 16) : 1984  |500.00 2000.00
RA 2017

MNote:

Continue to next page...



TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL R5PCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-85, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
L‘.—Edmn meurhiﬂﬂﬂm Tonk Road, JAIPUR-302022 Raj.
41.23699¢ AR RESULTS Ph.: msuz-zzm m-zzma

Observed Value (Testing Protocol

10 |Calcium [mgf]

IS 3025 (Part 40): 1991  [75.00 200.00
RA2014

136
i : lis 3025 (Part 42) :
'Phﬂta [mgfl] 31,87 sm.z 4
s |- .:em

16

Arsenic [mgfl]

26 [Total Chromium [mgf]  [BDL(<0.01)  |APHA 2017 :3111-B

Note: Continue to next page...
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o TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)
TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-85, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone ; 0141-2369980, 2771865 RESULTS Ph.: 84602-22039, 84602-22049
Y5 parametergeshouse oM |Opserved Value [Testing Protocol SHITSRERD, @1 RN

-{ o z TE : S| :
Limit) wer IS |limits in th
10500 : 2012 absence of
Alternate
Sources as
per IS 10500 :
2012

27 Free Residual Chlorine BDL(<0.1) IS 3025 (Part 26) : 1986 0.2 -
RA 2014

.

|is 3025 (Part 48) : 1994
Ra& 2014

| BDL(<0.001)

IS 3025 (Part 27) - 1986
RA 2014

BDL(<0.01)

33 |Anionic Surface ta_rgem:s | EDL{-:u.u 1S 13428 {" ] ‘ — =1 1
as MBA's [mgfl] .

.:_I-:. e ik | -II T I 1 -._ '._ Il I ] "E-‘:_ T = T e e . s =

Pz Y 1 art 38) : 1998 0.5 v | - i

35 |Polynuclear aromatic - |

# mmwwmmmuwmmamﬂEm_ﬂmam%»«lm

# This report is not fo be reproduced erin and can naf be used evidence in the
; i muy pI:_ in the court of law and should not be uged in any

#  The samples will be destroyed afier 15 days fram the date of issue of st report uniess speciied
#  Paameters No 35 837 are nat in HABi.d?:up& e — '

[L0 hopi2 (ay_
Putan Koo Ralsan/dghesyvan

{Report No: WINABL/1814)




| TEAM TEST HOUSE
0 (Unit of Team Institute of Science & Technology Pyvt. Ltd.)

TC-5025
Approved by Ministry of Environnent and Forest, Govermment of India as Environmental Laboratory
NABL RSPCB 1S0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-B5. Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road. JAIPUR-302022 Ral.
Phone : 0141-2365980, 2771865 Fh.: 94602-22039, 94602-22049
Website : www.leamiesthouse.com E-mail ; teamtesthouse@gmail.com
TEST REPORT E-mail : director@teamiesthouse com
Report No. : WINABL/M1B15
Job ldentification. : ULR-TC502518100000649
Date . 10-01-2019
Issued To: M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
B687/6711, Near Tiranga Hills Village : Pur Tehsi| Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Patable and Domestic Water
Date of Sample Collection/Monitoring ;.  18-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test 24-12-2018 to 10-01-2019
Sample Collected By : Sitaram Jangid
Point of Collection : Piezometer Well No. 6 (Dhulkhera mine)
RESULTS
SNo |Farameters Observed Value |Testing Protocol Requirement Standard
(Acceptable Permissible
Limit) as per IS |limits in the
10500 : 2012 absence of
Alternate
Sources as
per 1S 10500 :
2012
1 Color [Hazen) Less than 5 IS 3025 (Part 4) : 1983 RA |5.00 15.00
2017
2 |Odour Agreeable %'@ﬁiﬁﬂﬁrﬁ_}-:zﬂ_ﬁ:-ﬂﬂﬁ Agreeable *
3 Taste Agreeable IS 3025 (Part 7 & 8) - 1984 |Agreeable -
RA 2017
4 [Turbidity [NTU] BOL(<0.1) IS 3025 (Part 10): 1964  |1.00 5.00
i : RA2017 Y =
5 pH 7.20 153025 (Part 11) : 1984 6.50-8.50
RA 2017
6 Hardness (total) [mg/l] 580 183025 (Part21): 1883  |200.00 600.00
: : RA 2014 i,
7 Iron [mg] BDL(<0.01) IS 3025 (Part 53): 2003 0.3
i | ety - : .
8 |Chioride [mgA] 330.04 IS 3025 (Part 32): 1988 [250.00 1000,00
= =T |RA2014 : - L
a Total Dissolved Solids [mg/l] (1593 IS 3025 (Part 16) : 1984 500.00 2000.00
RA 2017
Note: Continue to next page...
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= TEAM TEST HOUSE
‘ (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAN TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-B5, Chilranjan Marg, Lab.: G1-584, Sitapura Industrial Area

cm Jmpur.auzw ka Road, JAIPUR-302022 Raj.
41.236098 ??1555 RESULTS

#51h0use.com |opserved Value [Testing Protocol

10 cium [mg/] 128 IS 3025 (Part40) : 1984 [75.00 200.00
2014
12 |Copper [mgfl] BDL(<0.01) IS 3025 (Part 42) : 1992  |0.05 1.50
RA 2014
14 ate [mg/l] 267.50 S 3025 (Part 24): 1986  [200.00 .00
RA 2014
16  [Fluoride [mg/] 1,13 IS 3025 (Part 60) : 2008  [|1.00 1.50
RA 2013
18 ic [mgfl] BDL(<0.001)  |IS 3025 (Part 37): 1988  [0.01 -
RA 2014
20 |Zinc [mgn) DL (<0.01) IS 3025 (Part 49) : 1994 .00 15.00
RA 2014
22 |Aluminum [maghl] BDL(<D.01) IS 3025 (Part 55) : 2003 [0.03 0.2
2014
24 |E-coli [MPN/100mi] BDL IS 5887 (Part 1) : 1976 RA [Shall not be
2013 ctable in 100
| sEample
26 otal Chromium [mgl] DL{<0.01) HA 12017 :3111-B .05
Note: Continue to next page...




TEAM TEST HOUSE &0
(Unit of Team Institute of Science & Technology Pvt. Ltd.)  J7=<X
TEAM TC-5025

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-85, Chitranjan Maig, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 RESULTS Ph.: 84602-22039, 94602-22049

SN IPardiblere1estnouse.com | opsarved Value |Testing Protocol

BrmIS
Limit) as per IS |limits in the
10500 ; 2012 absence of
Alternate
Sources as
per IS 10500 :
2012

27

Free Residual Chiorine BDL{<0.1) 153025 (Part 26) : 1986 0.2 h
RA 2014

BDL(<0.001)  |IS 3025 (Part 48) : 1994
RA 2014

IS 3025 (Part 27) - 1986
RA 2014

1 ) ST i VN B TVY IR = | i I b= I
Anionic Surface Detergents |BDL(<0.1) IS 13428 (Annexure K) 0.20 1.00
|as MBA's [mg/l] ' '

_an_qrﬂm.ﬂ_ﬁc

Hidcation [mol]

L T rersuils lsted refer ondy 2 the tested sample (8) & parameters (8). Endorsement of products iz naither inferrad nor impliad.

# This raport (8 not to be reproduced wholly orin part and can nof b= used evidence in the coun of faw and shauld not be used inany
advertsing media without our spacial permisaion in wiiting.

# The samples will be destroyed afler 15 days from ha date of issue of test repon unlese othenise specified.

# Parameters Ho, 36 £37 are nol in MASL Scope

gfm’)‘ O
R ] Yog! Raiesh Mabashwan
tﬂeﬁnrt MNo: WINABL/1815)




TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

NABL

Approved by Ministry ef Environment and Forest, Government of India as Environmental Laboratory

RSPCB

150 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369980, 2771865
Website : www.leamlesthouse.com

Report No. :

Job Identification. :
Date .

Issued To:

Type of Unit
Type of Sample !

Date of Sample Collection/Monitaring

Date of Sample Receipt :

Date of Test ;

TEST REPORT

WINABL/818
ULR-TC502518100000650

11-01-2018

Lab.: G1-584, Silapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Phi.: 94602-22039, 94602-22049
E-mall : teamitesthouse@amall.com
E-mail ! directon@ieamiesthouse.com

M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
8697/8711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Mines

Potable and Domestic Water

18-12-2018
24-12-2018

24-12-2018 to 11-01-2019

Sample Collected By
Point of Collection :

Sitaram Jangid
Piezometer Well Na. 7

RESULTS
S5.No |Parameters Observed Value |Testing Protocol Reguirement Standard
(Acceptable Permissible
Limit) as per IS |limits in the
10500 : 2012 absence of
Alternate
Sources as
per IS 10500 -
2012
1 Color [Hazen] Less than § IS 3025 (Part 4) - 1883 RA  |5.00 15.00
2017
2 Odour Agreeable 1S 3025 (Part 5) - 1983 RA Agreeable -
= 2017 | 3
a Taste Agreeable IS 3025 (Part 7 & 8) . 1984 |Agreeable -
RA 2017
4 BOL(<0.1) (153025 (Part 10): 1984 [1.00 5.00
- RA 2017
5 pH 7.98 IS 3025 (Part 11) : 1984 6.50 - 8.50 -
RA 2017
6  |Hardness (total) [mg/] (560 i s o 600.00
7 Iron [mg/] BDL{=0.01) IS 3025 (Part 53) ; 2003 0.3 =
_ RA 2014
8 Chloride [mg] 205,57 1S 3025 (Part 32) ; 1988 Mﬂﬂ_ |1000.00
9 Total Dissolved Solids [mg/] 1050 IS 3025 (Part 18) | 1984 500.00 2000.00
RA 2017

MNote:

Continue to next page...




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environnient and Forest, Government of India as Environmental Laboratory
NABL RSPCB 180 92001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-85, Chitranjan Marg, Lab.: G1-584, Silapura Industrial Area
c- Schsma Jmpur-aﬂzﬂn'! Tonk Road, JAIPUR-302022 Raj.

771865 RESULTS Ph.: 94302-22939. 94602 22:}49

$\ebs Wtﬂ“ﬂmm [Observed Value [Testing Protocol

10 alcium [mgll) 156 S 3025 (Part 40) - 1991 75.00
RA 2014 —

IS 3025 (Part42): 1992 [0
RA 2014

IS 3025 (Part 24) - 1986
RA 2014

i | | i ol I 7 ! . OF .-_:... | -, -'|.'-
RA 2013

------

Shall ot be
ﬁmmuam 100

m otal Chromium [mag/l] BDL{<0.01) JAPHA :2017 :3111-B

Note: Continue to next page. ..

PrintedPriniedon on13 130ciober 2018201806 10.2Bamam




= TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt, Ltd.)
TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 _ Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 RESULTS Ph.: 84602-22038, 94602-22049
[ NG [Parbiblars == oUSEE9M Topserved Value | Testing Protocol MJ SPEN, o AR e,
Limity as per 1S |limits in the
10500: 2012 absence of
Alternate
Sources as
per 1S 10500 ;
2012
27  |Free Residual Chlorine BDL(<0.1) IS 3025 (Part 26) - 1986  [0.2 -
[mgfi} RA 2014
28 |Mercury [mg] |BDL(<0.001) IS 3025 (Part 48) : 1994  |0.001 L
RA 2014

IS 3025 (Part 27): 1986
RA 2014

BDL(<0.01)

BDL(=0.1) 1.00

Polynuclear aromatic 2 =
iz, bun !

| =

# The resulls listed rafer only to the tested sample (s} & parametsrs (s}, Endorsement of products is nisither infermed nor impisd.
8 This repor (s nod 10 be reproducad wholly or in par snd can not be used avidencs i the courl of law and shauld nol be ysed in
advertising media withou! our special permission in writing. e

# The zamplas will be desbioyed after 15 days from the dale of esue of test f unkess otherwise spacified.
“ Parameters No, 36 837 are nof in NABL Scope ' b '

(Fer—
l} iesh Maheshwan
y

(Report No: W/NABL/1816)
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pyvt. Ltd,)

Approved by Ministry of Envirenment and Forest, Government of India ax Environmental Laboratory

NABL

RSPCB

150 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-85, Chitranjan Marg,
C-Scheme, Jalpur-302001

Phane : 0141-2369980, 2771865
Wabsita : www.leamtasthouse.com

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Ph.: 84602-22039, 94602-22049
E-mail : teamiesthousef@gmall.com
E-mail : director@teamtesthouse.com

Report No.

Job ldentification, :
Date :

Issued To :

Type of Unit :
Type of Sample ;

Date of Sample Collection/Monitoring :

Date of Sample Receipt :
Date of Test :

Sample Collected By
Point of Collection :

TEST REPORT
WI/NABL/1817
ULR-TC502518100000651
11-01-2019
M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
B8697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)
Mines

Potable and Domestic Water
19-12-2018

24-12-2018

24-12-2018 to 11-01-2019

Sitaram Jangid

Piezometer Well No. 8

RESULTS

S.No |Parameters Observed Value |Testing Protocol Requirement Standard
{Acceptable Permissible
Limit) as per IS  |limits in the
10500 2012 absence of
Alternate
Sources as
per 1S 10500 :
2012
1 Color [Hazen] Less than § 1S 3025 (Part 4) : 1983 RA  |5.00 15.00
2007
2 |Odour Agreeable g 3025 (Part 5): 1983 RA | Agreeable -
: : |2017 . . .
3 Taste Agreeable 1S 3025 (Part 7 & B) : 1984 |Agreeable -
RA 2017
Ak 2 ity N BOL(<0.1) {55 (Pt A0} 10 S 100 500
_ |RA2017 !
5 pH 7.34 IS 3025 (Part 11) 1934 6.50-8.50 -
. B RA 2017
6  [Hardness (total) [mg/l] 250 IS 3025 (Part 21): 1983  [200.00 600.00
- ] RA 2014 : |
F Iron [mgf] BDL{<0.01) IS 3025 (Part 53) : 2003 0.3 -
8 hioride [mg/l] 145.22 IS 3025 (Part 32): 1988  [250.00 [1000.00
_ 1l Sy (s | s |RA2014 . I .
a Total Dissolved Solids [mg/l) 1004 IS 3025 (Part 16) : 1984 500.00 2000.00
RA 2017

Note:

Continue to next page...




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

TEAM
Approved by Ministry of Environment and Forest, Government of India ay Environmental Laboratory
NABL RSPCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office ; E-B5, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Schema, Jaigur-302001 Tonk Road, JAIFUR-302022 %

Phl‘.‘ﬂﬂ I:I't41 2359984‘.‘! 2?71&55 RESULTS .Fhﬂ 94802 -22039, 2, I
- : Tﬂﬂﬂgm Errrratt—teartesthomsefamer

IS 3025 (Part 40) :
RA

uoride [mgi]

Aluminum [mg/]

E-coli [MPN/100mi]

|26 otal Chromium [mg/l] [BOL(<0.01) APHA 2017 :3111-B

Note: Continue to next page...
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= TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCB 150 9001:2008 OHSAS 1R001:2007 JDA/UDH
Office ; E-85, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2368980, 2771865 RESULTS Fh 84602-22038, 94'51}2 221]4'9

[ etsie e iEaTT st T T SHEeEEMoHo6m
S No |Parameters Observed Value |Testing Protocol Eimmaﬂ:-r@t {Standidise.co
(Acceptabla Permissible
Limit) as per IS |limits in the
10500 : 2012 absence of
Alternate
Sources as
per |S 10500 :
2012
27 Free Residual Chlorine BDL(<0.1) I& 3025 (Part 26) : 19868 02 -
— = BARA
28 |selenium [mgf] BDL(<0.01) |15 3025 (Part56):2003  0.01 -
: RA 2014 ' I
29 Mercury [mg/] BDL(=0.001) IS 3025 (Part 48) - 1894 0.001 -
RA 2014
S0, | Pl Covpoin oo/l | BOLSHOOGH]  ESR0 (il faveE = 0K -
31 Cyanide [ma/l] BOL(<0.01) IS 3025 (Part 27) : 1986 0.05 -
| RA 2014
32 |Calcium Hardness [mg/]  |190 IS 3025 (Part40); 1981 |- -
SlIESS T | RA 2014 !
3 Anionic Surface Detergents |BDL(<0.1) IS 13428 (Annexure K) 0.20 1.00
as MBA's [mg/l] .
34 mmm BDL(<0.5) ‘ Eﬁ. Egﬁf (Part39): 1989  [0.5 1-
i5 F'mynudear aromatic BDL(<0.0001) |APHA 2017 : 6440 B ).000)1
Hydrocarbon [mg/l] I
B6__[Pesticides [mg Not Detected _ [APHA : 2017 - |-
Mot -
| Thie results listed refer only to the tested sample (3} & perametens (1), Endorsamont of products i nefther imemed nar implisd
# This report is-nof 1o be reproduced wholly or in part and can not be used evidences in the court of law and should not be wead |n any
advartising media without cur speaial parmissian i wilng
] The samples will be destroyed after 15 days from the date of izsue of test report unless othansiss specied
& Parameters No. 38 £37 are not in NABL Scope
VeSS -
Pé&h@nna yst Eﬂﬁﬁ%&dgm wan

(Report No: W/NABL/1817)




(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TEST HOUSE

TC-5025

Approved by Ministry of Environmeat and Forest, Government of India as Emvironmental Laboratory

RSPCB

150 9001:2008 OHSAS 18001:2007 JDA/UDH

NABL

Office ; E-G5, Chilranjan Marg,
C-Scheme, Jalpur-302001
Phone ; 0141-2368380, 2771865

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj

Ph.: 94602-22039, 94602-22049
E-mall : leamtesthouse@gmail, com

Website : www.teamtesthouse.com TEST REPORT E-mail - director@teamtesthouse.com
Report No. : VWINABL/M824
Job Identification. - TC502518100000656
Date : 16-01-2019
Issued To : M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample Surface Water
Date of Sample Collection/Monitoring : 20-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 15-01-2019
Sample Collected By : Sitaram Jangid
Point of Collection Meja Dam
RESULTS
S.No |Parameters Observed Value Testing Protocol
1 Cnlm'__[Hazan] Less than 5 IS 3025 (Part 4) - 1983
2 |Odour IAgreeable 1S 3025 (Part 5) : 1983
3 Taste Agreeable IS 3025 {Part 7 & 8) : 1984
‘ Turbidity [NTU] BDL (<0.1) |153025 (Part 10) : 1084
5 pH 8.02 IS 3025 (Part 11) - 1984
& |Hardness (total) [mg/) 110 {153025 (Part 21) : 1983
7 Iren [mgil] BDL(<0.01) IS 3025 [Part 53) 2003
8 Chioride [mg/t} 412 IS 30 32): 1988
Q_I_ Total Dissalved Solids [rng.il] 310 IS 3025 {Pﬂft 15} 1934
10 |Calcium [mgA] ks 1S 3025 (Part 40) : 1891
1_1 . Magnesium [mg/l] 8,72 IS 3025 (Part 46) : 1994
12 [Copper [mgh| |BDL(<0.01) IS 3025 (Part 42) : 1992
13 Manganese [mgh] BOL(<0.01) IS 3025 (Part 59)
14 |Sulphate [mgh) 2075 IS 3025 (Part 24) : 1986
15 Nitrate [mg/l] 297 IS 3025 (Part 34) - 1988
Note: Continue to next page...
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TEAM TEST HOUSE

——tT

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

: =y - —
Approved by Ministey of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCH IS0 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-65, Chitranjan Marg,

Lab.: G1-584, Siapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

C-Scheme, Jaipur-302001 RESULTS Ph.: 94602-22039, 94602-22049
e 511 'ﬂ'E:F. T
':::;:r':ﬁm'm mg com Observed Value H Q asrhuuse com
16 Fluoride [mg/] 0.37 IS 3025 (Part 60)
17 |Cadmium [mgn] - BDL{<0.001) 1S 3025 (Part41): 1992
18 Arsenic [mg/l] | BDL(<0.001) IS 3025 (Part 37) : 1988
19 |Le _ | ~ BDL(<001)  |IS3025 (Part47): 1984
20 .Einc [mgﬂ] _ | BDL(<0.01) IS 3025 (Part 48) : 1994 _
21 alinity - T [mg/] ==l W= IS 3026 (Part 23): 1986
22 Aluminum (mg/1] | BDL(<0.01) IS 3025 {Fart 55) : 2003
23 Boron [mg/l] - 032 1S 13 s
24 |E-coll [MPN/100mI] | NotDetected |Is 5887 (Part1)
25 |Total coliform [MPN/10OmI] Not Detected IS 5401 (Part 2): 2002
26 |Suspended Solids [mg/] | 36 IS 3025 (part 15) : 1984
27 |Total Chromium [mg/] ‘BDL(=0.01) APHA :2012:3111-B
28 Free Residual Chiorine [mg/] | BOL(<0.1) IS 3025 (Part 26) : 1986
29 |selenium [mgh] - BDL(<0.01) IS 3025 (Part 56) : 2003
30 Memury [mg/] | BDL(<0.001) IS 3025 (Part 48) : 1994
31 [Mineral oil [mg/] BDL(<0.5) IS 3025 (Part 39) : 1991
a2 BDL(<0.01) IS 3025 (Part 27) - 1986
33 : ts as MBA's [mg/l] BDL(<0.1) IS 13428 (Annexure k)
34 Fhenofl-:: CumpuUnd [mgﬂl BDL(<0.001) IS 3025 (Part 43) : 1992
35 icium Hardness [mg/l] 70 S 3025 (Part 40) : 1891
36 Pnl:fnu-:.:laar aromatic Hydrocarbon [mg/l] BDL(<0.0001) AFPHA 2012 - 6440 B
37 Pesticides [mg/] Not Detected PHA : 2012
as Nickel [mg/l BDL{<0.01) PHA : 2012 :3111B
Moles
# The re:auits isted refer anly 1o e tested sample (5] & parameters (s). Endorssmant of products is neither infsred ngr implied
& This report i€ not ta huruprnd-.n:ednhwgnﬂnpan and can not be used evidencs in the court of law srd should nol be used in any
advertising media without our spacial permission in wiiting
# The samples will be destroyed afier 15 days from the dete of issue of lost repont Unless otharwise spacified

Puran nheéf%ﬁr—

Senior Analyst

ThisThis computensgenensratedreportrepan.

s o —
Rajesh Maheshwan

Authorized Signatory

(Report No: W/NABL/1824 )
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(Unit of Team Institute of Science & Technology Pvt. Ltd,)

TEAM TEST HOUSE

TC-5025

Approved by Ministry of Envireanment and Forest, Government of India as Environmental Laboratory

MABL RSPCB

[50 92001:2008 OHSAS 18001:2007 JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2360980, 2771865
Website : www.leamlesthouse. com

Lab.: G1-584, Siapura Industrial Area
Tortk Road, JAIPUR-302022 Raj.

Ph.: 84602-22038, 94602-22048
E-mail : teamtesthouse@gmail.com
E-mall : director@teamiesthouse.com

TEST REPORT
Report No. | WINABL/1848
Job ldentification. : TC502518100000657
Date : 18-01-2019
Issued To: M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Assotiated Minerals Mines Araji No.
9897/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Surface Water
Date of Sample Collection/Monitoring :  20-12-2018
Date of Sample Receipt : 24-12-2018
Dale of Test 24-12-2018 to 10-01-2019
Sample Collected By : Sitaram Jangid
Point of Collection Samadi Pond
RESULTS
SNo |Paramelers Observed Value  [Testing Protocol
1 Color [Hazen] Less than 5 IS 3025 (Part 4) : 1983
2 Odour |Agreeable IS 3025 (Part 5) : 1983
3 Taste Agraeable IS 3025 (Part 7 & B) : 1934
4 |Turbidity INTU] BOL(<0.4)  [IS3025 (Part 10): 1984
§ _pH T.44 IS 3025 (Part 11) ! 1984
6 |Hardness (total) [mg/] 130 |Is 3025 (Part 21) : 1983
7 Iron [mag/l] BDL{<0.01) IS 3025 (Part 53) : 2003
8 |Chloride [mg] Jas2 |is 3025 (Part 32) : 1988
9 Total Dissolved Salids [mg/] 256 IS 3025 (Part 16) : 1984
10 |Calcium [mgfi] 32 15 3025 (Part 40) : 1981
11 Magnesium [mag/l] 12.10 IS 3025 (Part 46) : 1994
12 |Copper[mgfl] |BDL{<0.01) |15 3025 (Part 42) : 1992
13 Manganese [mg/] BDL{<0.01) IS 3025 (Part 59)
14 |Sulphate [mg/l] 304 |is 3025 (Part 24) : 1986
156 Nitrate [ma/l] 8.50 IS 3025 (Part 24) - 1988

Note:

Continue to next page...
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

Approved by Ministry of Environmenr and Forest, Government of India as Environmental Laboratory

NABL

RSPCB

150 9001:2008

OHSAS 18001:2007

JDA/UDH

Offica : E-85, Chitranjan Marg,

C-Scheme, Jaipur-302001

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

FPhone : 0141-2365980, 2771865 RESULTS Ph.: 94602-22033, 94602-22049
b ; ¥ : e it
Yt charg oo Observed Value | Testing § m@teamt@ufmm:tmm
16 Fluaride [mg/] 0.40 IS 3025 (Part 60)
17 |Cadmium [mg/] . BDL{<0.001) IS 3025 (Part41) : 1992
1§ Nsan.i.c [mg/ | _EDL{_<1‘.‘.'.4J01} IS 3025 (Part 37) : 1988
18  |Lead [mg/l]  BDL{<0.01) IS 3025 (Part 47): 1894
20 Zir‘l; {n'lg."l] | BOL{<0.01) IS 3025 I:F_Brt 4_5} : 1?94
21 |Akalinity - T fmg/] 60 |153025 (Part23): 1686
22 Aluminum [mg/l) | BOL(=0.01) IS 3_025 [_Eart 55) : 2003
23 |Boron[mg] - 035 IS 13428 (Annexure H)
24 E-coli [MPN/1 UU'I'HU _ | Mot Detected IS 5887 [F"ar_t 1} _ -
26 Suspended Solids [m_g.l'l] | a8 IS 3025 I;_?Ert ‘15]_ ;1984
27 [Total Chromium [mgf] BDL(<0.01) APHA 12012 :3111-B I
28 Free Residual Chlarine [mgl] ] BOL(=0.1) IS 3025 {E‘art 26): 1986
20 |selenium [mg/] - BDL{<0.01) IS 3025 (Part 56) : 2003
_31] |"|.|!_E!"I:!I.H'3nr E_m_g.l'll _ J _Bﬁ'L{'ﬁﬂ'.ﬂD'l‘] lS 3_!';:_!25 {f'art 45} 11984
31 |Mineral cil [mg/] - BDL(<0.5) IS 3025 (Part 39) : 1991
32 Cyanide [mgf] | BOL{<0.01) IS 3026 (Part 27) : 1986
33 |Anionic Surface Detergents as MBA's [mg/l] BDL(<0.1) IS 13428 (Annexure K)
34 Phenolic Compound [mg/l] BDL{=0.001) IS 3025 (Part 43) : 1892
35 Calcium Hardness [ma/l] 80 )5 3025 (Part 40) ; 1991
36 Polynuclear aromatic Hydrocarbon [mg/] BDL({=0.0001}) APHA 2012 : 6440 B
a7 Pesticides [mg/l] Mot Detected APHA ; 2012
38 Micke! [mg/l BDL(=0.01) WPHA : 2012 :31118B
Motes -
# T ressulis fisted refar only o the lested sample (3) & parameters (5] Endorsement of products is nesther infermed nor fmplied
# This repart s not 10 be reprediced whally or in pant and can not b used evidence in the cour of lzw and should not be used in any
advartising media without our epecial permission in writing.
# The samples will be destroyea after 15 days from the date of msue of test report uniess olherwise specifiad.

.-"-J
Puran ﬁ*afl%gl

Senior Analyst

ThisThis computerisgeneneratedrapartreport.

e
RajestMaheshwan

Authonzed Signatory

(Report No: W/NABL/1848 )
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(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TEST HOUSE

TC-5025

: “India as Envi Laborate
ipproved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCH

ISO 9001:2008 DHSAS 1R001:2007 JDA/UDH

Office : E-B5, Chitranjan Marg,
C-Scheme, Jaipur-202001

Phone : 0141-2369980, 2771865
Website : www.leamiesthouse.com

Lab.: G1-584, Silapura lndusln'all Arga
Tonk Road, JAIPUR-302022 Raj.

Ph.: 94602-22039, 94602-22049
E-mail ; teamiesthouse@gmail.com
E-mail ; director@teamtasthouse.com

TEST REPORT
Report No. ! WINABL/1823
Job Identification. . TC502518100000655
Date 15-01-20189
Issued To: M/S Jindal Saw Limited {Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No,
9697/8711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit - Mines
Type of Sample - Surface Water
Date of Sample Collection/Monitoring :  20-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 15-01-2019
Sample Collecled By : Parsa Ram Kudi
Paint of Collection : Kothari River
RESULTS
S.No  |Parameters Observed Value  |Testing Protocol
1 Color [Hazen) [Less than 5 IS 3025 (Part 4) : 1983
2 |odour |Agreeable IS 3025 (Part 5) : 1983
3 _‘I_'_astal__. = Agreeable IS 3025 (Part 788): 1984
4 [Turbidity INTU) BDL (<0.1) IS 3025 (Part 10): 1984
I 789 1S 3025 (Part 11) : 1984
6 |Hardness (total) [mg/] 240 1S 3025 (Part 21) : 1983
7 Iron [mgﬂ] BDL{<0.01) IS 3025 (Part 53) : 2003
8 Chloride [mg/) 86.5 |15 3025 (Part 32) : 1988
g Total Dissnlugd_ﬁnlids [mg/] _ 487 _IS_ 3_1]25 {Part 16) : 1984
10 |Calcium (mgf] |78 IS 3025 (Part 40) : 1991
T1 Magnesium _]mga_’l] 12.15 IS 3025 (Part 46) - 1994
12 |Copper[mgn] BDL(<0.01)  [iS 3025 (Part42): 1902
13 _Manganasa [mgﬂ] BDL(<0.01) IS 3025 (Part 59)
14 |Sulphate [mg/) %0 1S 3025 (Part 24) : 1986
15 Nitrate [mg/] 31.93 IS 3025 (Part 34) : 1988

Continue to next page .,
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TEAM TEST HOUSE-
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

NABL RSPCB

1SO 9001:2008

P et oo 'India as Environmental Laboeratory
: inistry ironment and Forest, Government of In
(pproved by Ministry of Environme meypp i

JDA/UDH

Office : E-B5, Chilranjan Marg,

Lab.; G1-584, Silapura rnl:lusn'iali Area
Tonk Road, JAIPUR-302022 Raj.

Jai 34:1243{11 RESULTS Ph.: 94602-22039, 94602-22049
B- Sceme a P! h 94_ il i
SNQ.. Bl Observed Vﬂ'“";‘&ﬁﬂﬁﬂﬂiﬁﬂ:amﬂﬂw com
16 Flumde [mgh) 0.70 IS 3025 (Part 60)
L n [mgil] | BDL{<0.001) IS 3025 (Part41): 1892
18 Arsenic [mg/] i BDL(<0.001) IS 3025 (Part 37) : 1988
18 Lead [mg/]  BDL(<001)  [IS3 Part47) 1994
20 Zinc [mg/] | BDL(<0.01) IS 3025 (Part 49) : 1994
21 J,wm T [mg/) 130 |IS 3025 (Part 23) - 1986
22 Aluminum [mg/] [ BDL(<0.01) IS 3025 (Part 85) 2003
23 |Boron [mgh) 034 : IS 13428 3
24 E-coli [MPN/100mI] | Not Detected IS 5887 (Part 1)
25 |Total coliform [MPN/100mI]  Not Detected IS 5401 (Part 2) : 2002
26 Suspended Solids [mg) | 28 IS 3025 (part 15) : 1984
27 |Total Chromium [mg/] BDL(=0.01) |APHA 12012 :3111-B
2&_ Free Residual Chlorine [mgﬂ] [ BDL(<0.1) IS 3025 (Part 26) : 1086
29 |selenium [mgf] BOL({<0.01) IS 3025 (Part 56) : 2003
30 |Mercury [mgf] | BDL(<0.001) IS 3025 (Part 48) : 1994
N |Mineral oil [mg] BDL{<0.5) IS 3025 (Part 39) : 1991
32 Cyanide [mg/l] | BDL(<0.01) IS 3025 (Part 27) : 1886
33 |Anlonic Surface Detergents as MBA's [mg/] BDL(<0.1) |Is 13428 ( re K)
34 Phenolic Compound [mg] BDL(<0.001) IS 3025 (Part 43): 1992
35 Calcium Hardness [mgl] 190 IS 3025 (Part 40) : 1991
35 Polynuclear aromatic Hydrocarbon [mg/] BDL(=0.0001) APHA 2017 : 6440 B
37 Pesticides [mg/l] Not Detected APHA : 2017
38 Nickel [mg/l BDL({<0.01) APHA 2017 (31118
Nates ;-
2 The resulis listed refer anly to (e tasted sample (8] & parameters (5). Endorsement of products is neithar inferred nor implied
This repant is not 1o be reproduced whlly &¢ in part and can not be used evidence in the EOUIt of law and should not be used in any
advedtising medla without our special permissian in watling
# The samples wil be desiroped afier 15 days from the date of issue of tes neport unless otherwise specifisd
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(Report No: WiNABL /1823 |
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(Unit of Team Institute of Science & Technology Pvt. Lid.)

TEAM

. TEAM TEST HOUSE

Approved by Ministry of Environment and Forest, Governmenr of India ay Environmental Laboratory

NABL RSPCB

IS0 9001:2008

OHSAS 18001:2007

JDA/UDH

Gffice : E-65, Chitranjan Marg,

Lab: G1-584, Sitapura |ndustrial Area

C-Scheme, Jaipur-202001 TEST REPORT Tonk Road, JAIPUR-302022 Raj.
Phone ?ﬁ%ﬁ(ﬁﬁgﬂﬂ. 2771865 CWW/NABL/MOBS Ph.: 94602-22039, 24602-22048
Websile japdaBALaaBIPu=°-com ‘URL-TC502518200000358 ~ E-mal : teamlesthouse@gmail.com
Date 09/01/2018 E-mail : director@teamtesthouse.com
Issued to : M/s. Jindal Saw Limited
Dhedwas Iron Ore Copper & Associated Mingrals
Mines , Araji no. 8697/6711 Mear Tiranga Hills
Village - Pur Tehsil & District — Bhilwara — 311802
Type of Unit : Mines
Type of Sample :VWaste Water
Collected by - Mr. Parsha Ram Kudi
Date of Sample Collection : 1971212018
Date of Received . 24/12/2018
Date of Test . 24/12/2018 to 09/01/2018
Point of Callection “ Tailing Fi i
Testing Pratocol .ITHIIIH:QIFIHH Recycling water
APHA 2017
RESULTS
:; Parameters Units Observed Value
1. | Colour Hazen 10
2 pH - 7.65
3 Total Suspended Solids mg/t 11
4. | Oil & Grease mg/l ma/l 3
5 | Biochemical Oxygen Demand (3 days at 27°C) mg/l 25
6 Chemical Oxygen Demand mall 13.4
7 Dissolved Oxygen ma/l 6.1
8. | Ammonical Nitrogen as NH,-N mg/l 2.44
9. | Total Kjeldehal Nitrogen as N mg/l B.45
10 | Free Ammonia as NHy mag/l BDL{<0.1)
11 | Nitrate Nitrogen as NOx-N -mg/l B.38
12 | Total Residual Chlorine ma/l BDL (= 0.1)
13 | Fluoride mgfl 0.78
14 | Total Dissolved Solid (TDS) mgh 1861
15 | Total Phosphate as PO4-P mgfl BDL(<0.1)
16 | Sulphide as 3 mall BOL (=0.1)
17 | Phenolic Compound mgll BDL({=0.001)
18 | Arsenic as As mag/l BDL(<0.01)
18 | Mercury as Hg mg/| BDL(<0.001)
20 | Lead as Pb mg/| BDL(=0.01)
21 | Cadmium as Cd mg/| BDL(<0.01)
22 | Copper as Cu mg/l BDL(<0.01)
23 | ZincasZn mg/ BDL(<0.01)
24 | Selenium as Se madl BDL{<0.01)
25 | Nickel as Ni mag/l 0.02
26 | Cynide as CN mg!l BDL(<0.01)
27 | Manganese as Mn mg/l 0.25
28 | lronas Fe mg/l 0.03
28 | Total Chromium as Cr mg/ BDL{<0.01)

MNaote: -

. The results listed refer only to the tested sample (s) & parameters (s). Endorsement of products is neithar inferred

nor implied,

2. This report is not to be reproduced whally or in part and can not be used evidence in the court of law and shauld

not be used in any advertising media without our spacial permission n writing.
will be destroyed afier 15 days from the date of Esue of tes! report unless otherwisg

Burad A

Rajes heehwan
Authorized Signatory




= TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvi. Ltd.)

TE AN
e o8

Approved by Ministry of Environment and Forest, Governmenr of India as Environmental Laboratory

NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 TEST REP Ph.: 94502-22038, 94602-22049
Website mwtaﬂhuuse.mm S -wﬁwﬂlﬂnag E-mail : leamtesthouse@gmail.com

: ¥ : E-mail : direclon@teamtesthouse.com
Job Identification [URL-TC502518200000359
Date :08/01/2019
Issued to : Mis, Jindal Saw Limited

Dhedwas iron Ore Copper & Associated Minerals
Mines , Araji no, 9687/6711 Near Tiranga Hills
Village - Pur Tehsil & District — Bhilwara — 311802

Type of Unit  Mines

Type of Sample * Waste Water

Collected by : Mr. Parsha Ram Kudi

Date of Sample Collection :19M1272018

Date of Received . 2411272018

Date of Test ;241212018 to0 09/01/2019

Point of Collection : Tailing Pond

Testing Protocol - APHA 12017

) RESULTS

] Parameters Units Observed Value

1. Colour Hazen 10

2 pH - 7.86

3 Taotal Suspended Solids ma/l 35

4, Oil & Grease mg/l mg/| 3

5. | Biochemical Oxygen Demand (3 days at 27°C) mg/| 46

6 Chemical Oxygen Demand mg/l 17.28

7 Dissolved Oxygen mg/| 51

8. | Ammaonical Nitrogen as NH,-N mg/l 284
9. | Total Kjeldehal Nitrogenas N 1 mgh 1 IS

10 | Free Ammaonia as NH, ma/l BOL{=0.1)

11 Mitrate Nitrogen as NO5-N mg/l B.05

12 | Total Residual Chilorine magfl BDL (< 0.1)

13 | Fluoride mg/| 0.75

14 | Total Dissolved Solid (TDS) mg/ 1885

15 | Total Phosphate as PO4-P ma/l BDL{<0.1)

16 | Sulphide as S mg/| BOL (= 0.1)

17 | Phenolic Compound mag/l BDL(<0.0001)

18 | Arsenic as As ma/l BOL{<0.01)

19 | Mercury as Hg mg/l BDL(<0.001)

20 |Lead asPb ma/l BDL{<0.01)

21| Cadmium as Cd I mall BDL(<0.01)

22 | Copper as Cu mg/l BOL{=0.01)

23 | Zincas Zn mg/| 0.50

24 Selenium as Se mg/l BOL(=0.01)

25 | Nickel as Ni mg/l BDL(<0.01)

26 | Cynide as CN mg/| BOL(<0.01)

27 | Manganese as Mn mg/l 048

28 |Irohas Fe mag/l 0.03

28 | Total Chromium as Cr mg/l BDL(=0.01)

Mote: -1, The results listed refer anly ta the tesled sample (s) & parameters (s). Endorsement of products Is
neither infarred nar implied.
2 This report s nof to be meproduced wholly or in part and can not be wsed evidence in the court of law and should
nol be used in any advertising media without our special permizsion nwriting
3,7 The samples will be destroyed after 15 days from the date of issue of test report unless nw.
Puran Rajesitiaheshwan
Banmar Arnal Aithorized Sionaltorg



= TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Litd.)

Approved by Miwistey of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCB IS0 9001:2008 OHSAS 18007:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Schome, Jaipur 302001 TEST REPORT Tonk Road, JAIPUR.302022 Ral.
Phone : RBpoMes80, 2771665 : WW/NABL/MOTO Ph.: 94602-22039, 94602-22049
Website Jobvdésdificalitmuse. com URL-TCS02518200000360 E-mail : leamiesthouse@gmail.com

Date ‘09/01/2019 E-mail : director@teamtesthouse.com
Issued to : Mfs. Jindal Saw Limited
Dhedwas Iron Ore Copper & Associated Minerals
Mines , Araji no. 9697/6711 Near Tiranga Hills
Village - Pur Tehsil & District — Bhilwara — 311802
Type of Unit : Mines
Type of Sample : Waste Water
Collected by : Sitaram Jangid
Date of Sample Collection c1eM2i2018
Date of Received D 24/12/2018
Date of Test 1 24M2/2018 to 08/01/2018
Paint of Collection : STP Incoming/ Reservoir water
RESULTS
:‘; Parameters vints Observed Value
1. Colour Hazen 10
2. pH - 7.84
3. | Total Suspended Solids mgfl B7
4. Oil & Grease ma/l mag/l 7
5. | Biochemical Oxygen Demand (3 days at 27°C) mg/l 8.5
B. Chemical Oxygen Demand mg/l 28.3
7. | Dissolved Oxygen mg/l 50
8. | Ammonical Nitrogen as NH,-N mg/| 6.35
8. | Total Kjeldehal Nitrogenas N mg/| 18.7
10| Free Ammonia as NH; mg/l 0.40
11 | Nitrate Nitrogen as NO.-N mg 6.31
12 | Total Residual Chlarine mg/ BDL (<0.1)
13 | Fluoride mg/l 1.40
14 | Total Dissolved Solid (TDS) mall_ 1923
15 | Total Phosphate as PO4-P mgl 1.88
16 Sulphide as § mg/l BDL{=0.01)
17 | Phenolic Compound mg/l BDL{<0.01)
18 | Arsenic as As mg/l BDL({<0.01)
18 | Mercury as Hg ma/l BDL{<0.001)
20 | Lead as Pb — _magh BDL(<0.01) |
21 | Cadmium as Cd mg/l BDL (< 0.01) |
22 | CopperasCu mag/l BDL(=0.01)
23 | ZincasZn magfl 0.16
24 | Selenium as Se mgyl BDL{<0.01)
25 | Nickel as Ni mail BDL(<0.01)
26 | Cyanide as CN mgf BDL(<D.01)
27 | Manganese as Mn mg/l BOL{<0.01)
28 | Iron as Fe mgfl ___oos
29 | Tetal Chromium as Cr mg/l BDL(=0.01)
Mota: -

1. The results isted refer only to the tested sample (51 & perameters (s). Endossament of products is nefther infermed

nor impliad.

2. This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should

not be used in any advertising media without our special permission in writing,

Thn samples will be destroyed after 15 days from the date of issue of test report uniass atherwise specified,
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Envirenmental Laberatery

NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-B5, Chitranjan Marg, Lab : G1-584, Silapura Industnal Area
C-Schama, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
;hﬂng Bl gﬁaﬂﬁ.ﬁ; 71865 TESKE Rmﬂ,ﬂgﬁ 074 Eh.: Eilfﬁ;:):’-zzlgai_ Qdﬁﬁﬁfem#ﬂ

ebsile ; USE.com : -mall ; teamtesthousefigmail.com

IS5 TELRIRLS 'URL-TC502518200000361 4
Date 09/01/2019 E-mail : director@teamtesthouse.com
Issued to . Mis. Jindal Saw Limited

Dhedwas Iron Ore Copper & Associated Minerals

Mines , Araji no. 9697/6711 Near Tiranga Hills

Village - Pur Tehsil & District — Bhilwara — 311802
Type of Unit : Mines
Type of Sample : Waste Water
Collected by . Mr. Parsha Ram Kud|
Date of Sample Collection ' 19/12/2018
Date of Received 1 241212018
Date of Test : 24/12/2018 to 09/01/2019
Point of Collection : BFN Recycling Water
'Festing Proforol - APHA 2017

RESULTS
v Parameters Uniks Observed Value
1. | Colour Hazen 10
2 pH - B.B3
3 Total Suspended Solids mg/l 13
| 4. | Ol & Grease mg/l ma/l 4

5. | Biochemical Oxygen Demand (3 days at 27°C) ma/l 217
B. | Chemical Oxygen Demand ' mg/l 13.82
7. | Dissolved Oxygen mgfl 55
8. | Ammonical Mitrogen as NH.-N mall 4.06
9. Total Kjeldehal Nitrogen as N mg/l 14.07 |
10 | Free Ammonia as NH, ma/l BDL{<0.1) |
11 | Nitrate Nitrogen as NOs-N mg/l 71 5
12 | Total Residual Chiorine mg/l 0.1
13 | Fluoride mag/l 0.65
14 | Total Dissolyed Solid (TDS) mg/| 1405
15 | Total Phosphate as PO4-P mgl 0.51
16 | Sulphide as S ma/l BOL (< 0.1) 7
17 | Phenolic Compound mag/l BDL(<0.0001)
18 | Arsenic as As mg/| BOL(=0.01)
1§ | Mercury as Hg mg/l BDL{<0.001)
20 | Lead as Pb mg/l BDL{=0.01)
21 | Cadmium as Cd mg/l BDL(<0.01)
22 | CopperasCu mg/ BOL{<0.01)
23 | ZincasZn mgl BDL{<0.01)
24 | Selenium as Se mig/l BDL(=0.01)
25 | Nickel as Ni mg/l 0.03
26 | CynideasCN mg/l BDL({<0.01)
27 | Manganese as Mn mg/l 0.09
28 | lron as Fe mg/i 0.02
29 Total Chromium as Cr mgf 0.01

Note: =1,  The resuits listed refer only to the tested sample (s) & parameters {5). Endorsement of products is

nejther inferred nor implied,

2. This report is not to be reproduced wholly or in part and can not be used eévidence in the court of law and shauld
not be used in any advertising media without our special pemmission in writing.
3 I}Tha samples will be dastroyed afier 15 days from tha date of Bsue of test report unless otherwise specifisd
F 5

Puran Mz
Safior Analus]

Rajesh Maheshwar
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Appreved by Ministry of Envirennmient and Forest, Government of India as Environmental Laboratory

NABL RSPCB

150 9001:2008

OHSAS 18001:2007 JDA/UDH

Office : E-65, Chitranjan Marg,

Lab.: G1-584, Sitapura Industrial Area

C-Schame, Jaipur-302007 Tonk Road, JAIPUR-302022 Raj.
Phone ; Q141- # 9980, 2771865 TEST REPORT Ph.: 94602-22039, 94602-22049
Website i’ﬁi‘ lesthouse.com : WWINABL/1077 E-mail : teamtesthouse@gmail.com
J (=] [ﬁEﬁﬂ-ﬂ ‘URL-TC502518200000657 E.mail - director@teamiesthouse.com
Date » 15/01/2018
Issued o : Mis. Jindal Saw Limited
Dhedwas Iron Ore Copper & Associated Minerals
Mines , Araji no. 9697/6711 Mear Tiranga Hills
Village - Pur Tehsil & District — Bhilwara — 311802
Type of Unit : Mines
Type of Sample : Waste Water
Collected by . Sitaram Jangid
Date of Sample Collection 18/1212018
Date of Received | 24/12/2018
Date of Test ; 24/12/2018 to 1210172018
Paint of Collection - Siltation Pond
Testing Protocol . APHA 2017
RESULTS
:l; Parameters Vi Observed Value
1. | Colour Hazen 10
. pH - 7.66
A Total Suspended Solids mgll 15
4, | Oil & Grease mg/l mg/l 3
5. | Biochemical Oxygen Demand (3 days at 27°C) mg/l 6.3
;] Chemical Oxygen Demand mg/l 31.4
7 Dissolved Oxygen mg/l 6.0
8. | Ammonical Nitrogen as NH, -N mgl 155
9. | Total Kjeldehal Nitrogen as N mg/l 15.2
10 | Free Ammaonia as NH; mg/l BDL (<0.1)
11 Nitrate Nitrogen as NOs-N mg/l 297
12 | Total Residual Chiorine mg/l BDL (< 0.1)
13 | Fluoride mg/l 0.32
14 | Total Dissolved Solid (TDS) mg/l 1642
15 | Total Phosphate as PO4-P mg/l 213
16 | Sulphideas § mg/l BOL (< 0.1)
17 __| Phenolic Compound mgl BOL(=0.0001)
18 | Arsenic as As mg/l BOL{<0.01)
19 | Mercury as Hg mafl BDL{<0.001)
20 | Lead asPb mag/l 0.0
21 | Cadmium as Cd mgfl 0.003
22 | CopperasCu mg/l BDL{<0.01)
23 | ZincasZn mgf 0.02
24 | Selenium as Se mgfl BDL{=0.01)
25 | Nickel as Ni mg/l BDL(<0.01)
28 | Cynide as CN ma/l BDL{<0.01)
27 | Manganese as Mn b mgi 0.14
28 | lron as Fe mg/l 0.02
29 Total Chromium as Cr o mg/l 0.01

Mote: -

. The resuits Hsted refer only 1o the lesied sampis (3) & parameters (s). Endorsement of products is. nelther infemed nor implied.

2 This repet is not to be reproduced wholly or in par and car not be used evidencs in the court of law and should n® be used in
) ary advertising madia without our special permission in witing.

31 The sarnples will be desiroyed afier 15 daya from the daie of mswe of iesl repar unleas otherwase specified.

PuranMekY¥egt

Zemimr Amsloet

RajeshMideshwan

A harrad Siamnatary



" TEAM TEST HOUSE
@ (Unit of Team Institute of Science & Technology Pvt. Lid.)

TN TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 9001;:2008 OHSAS 18001:2007 JDA/UDH
Office - E-65, Chitranjan Marg, Lab.: G1-584, Silapura Industrial Area

C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2368980, 2771865 Ph.: 94602-22038, 94602-22049
Website : www.leamlesihouse.com E-mall : teamlesthoused@amall.com
TEST REPORT E-mail : director@leamtesthouse.com

Report No. : WINABL/1848

Job Identification. ULR-TC502518100000652

Date 18-01-2019

Issued To: M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iren Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit : Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection/Monitering :  20-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 11-01-2015
Sampie Collected By : Sitaram jangid
Puaint of Collection : Tiranga Pit
RESULTS
SNo |Parameters Observed Value | Testing Protocol
1 Caolor [Hazen) Less than 5 IS 3025 (Part 4) : 1983 RA
2017
2 |Odour Agreeable I8 RBIRLE) LIS RAS. |
' AT T
3 Taste Agreeable IS 3025 (Part 7 & 8) : 1984
: . RA 2017
|4 Turbidity [NTU] BDL(<0.1) Eﬂ!& Part 10) - 1984 RA
’ 4 . 7 £ .
5 pH 7.82 IS 3025 (Part 11) : 1884 RA
6 Hardness (total) [ma/l] 570 IS agzamgum:; 1983 RA
| - _ 20 T T
7 Iron [mg/l] BDL(<0.01) IS 3025 (Part §3) ; 2003 RA
2014
8 |Chioride [mg/] - 1264 19 3025 (Part 22) 1888 RA
g Total Dissolved Solids [mg/l] 877 IS 3025 (Part 16) * 1984 RA
2017
Note: Continue to next page. ..




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Enviromment and Farest, Government of India as Environmental Laboratory
NABL RSPCB 1S0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-B5, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 14,1-23599&; 2??1555 RESULTS Ph.: ﬂmz-zzuan 945&2 12049

NP Observed Value
128

2014

12 Copper [mg/] BOL (<0.01) |15 3025 (Part 42) - 1992 RA
2014

Sulphate [mg] 123 |is 3025 (Part 24) - 1986 RA
20

1S 3025 (Part 60) :
2013

Arsenic [mg/l] BDL(<0.001)

IS 3025 (Part 37) ; 1988 RA
2014

IS 3025 (Part 49) : 1994
2014

|BDL(<001)

2003 RA

IS 3025 (Part 55) -
2014

ls 5887 {Fa:t 1; 1976 RA
2013

IS 3025 (part 16) - 1984 RA
2014
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL, RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Dffice : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Indusirial Area

C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phane ; 0141-2369880, 2??15&5 RESULTS F‘h 94602 zzuss.mms
W""%“n&‘”‘“‘ﬁi@ﬁﬁ Observed Value . :

Free Residual Chiorine [ma/l] BDL(<0.1)

30 |Mercury[mam BDL(<0.001) 1S 3025 (Part 4) : 1984 RA

IS 3025 (Part 27) : 1986 RA
|2014

IS 3025 (Part 43) : 1992 RA
2014

Phenalic E_urnn [mgf] : BDL(<0.001)

] The results listed refer only to the tested sample (s} & parameters (&), Endorsament of products is neither inferrad nor implied.

& ThhrremnIlmmhrmodumdmwinpmtaudumrlﬂbsmndmmunmemunﬁmamwwmumlnw
advertising media without our special parmission in wriling. -

# The samples wil be destroyed afer 15 days rom the date of lssue of test report unless othenwse speciied.

.11 15-5‘&:,’! | REE%-!—
=riior g Mthgrizgg éﬂnaaquar? hwar

(Report No: W/INABL/1848 )



=2 TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Envivomment and Farest, Government of India us Environmental Laboratory

NABL RSPCHB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Silapura Industrial Area
C-Schome, Jaipur-302001 Tenk Road, JAIPUR-302022 Raj.
Phone : 0141-2369980, 2771865 Ph.: 84602-22039, 94602-22049
Websile : www.leamlesthouse. com TEST REPORT E-mail : teamtesthouse@gmail.com

Report No. : Wi/ 848 E-mall : director@teamtesthouse.com
Job Identification. | ULR-TC502518100000652

Date : 18-01-2019

lssued To: M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9B97/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit : Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection/Monitoring : 20-12-2018
Date of Sample Receipt 24-12-2018
Date of Test ! 24-12-2018 to 11-01-2019
Sample Collected By | Sitaram jangid
Point of Collection : Tiranga Pit
RESULTS

SNo |Parameters Observed Value |Testing Protocal

1 Polynuclear aromatic Hydrocarbon [magfl] BDL{=0.0001) APHA 2017 . 8440 B

2 |Pesticidesmg] _ |MotDetected  |APHA: 2017
Hobes -
L The resuits ligled refer only 1o the tested sample (s} & paramaters (s), Endorsamant of products is neither inferred nor inplied.
B This repart is not to be regroduced wiholly or in part and can not be used evidence in the court of Bw and should nol be usad in any advertising media

withoul ous special permission in weting
& The samples will be destroyed anter 15 days from (he date of issue of tesl repon uniess otherwise spacifiad
2 Qﬂ
L . b
& ,FE:!EJ’FMEMQ Ff..-?.IJEEH vaheshwan
Senior Analyst Autharized Signatory

(Repori No: W/'1848)




TEAM TEST HOUSE
@ (Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL R5PCB 150 9001:2008 OHSAS 15001:2007 JDA/UDH
Office - E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area

C-Schemea, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj,
Phona: 0141-2369980, 2771865 Ph.: 84602-22039, 94602-22049
Website : www.leamiesthouse.com E-mall : teamtesthousef@gmail.com
E-mall : directorfiteamlesthouse.com
TEST REPORT

Report No. : WINABL/1849

Job Identification. : ULR-TC502518100000653

Date : 18-01-2018

lssued To: M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araiji No.
9687/6711, Near Tiranga Hills Village ; Pur Tehsil Bhiwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit Mines
Type of Sample : Polable and Domestic Water
Date of Sample Collection/Monitoring : 20-12-2018
Date of Sample Receipl ; 24-12-2018
Date of Test : 24-12-2018 to 11-01-2019
Sample Collected By : Sitaram jangid
Point of Collection : Dhulkhera Fit
RESULTS
S.No |Paramelers Observed Value | Tesling Protocol
1 Color [Hazen) Less than 5 IS 3025 (Part 4} : 1883 RA
2017
2 |Odour ' Agreeable L%ﬁﬂﬁtﬂﬂmﬁlimﬂh
3 Taste ~ |Agreeable IS 3025 (Part 7 & 8) : 1984
: — — RA 2017
4 [Turbidity INTU] PSR (S0) SN 48 XLE RSt 1 S 1BRA R
5 pH  |ros IS 3025 (Part 11) : 1984 RA
2017
6 550 |1 3025 (Part 21 1083 RA
7 Iron [mg) BOL(<0.01) IS 3025 (Part 53) : 2003 RA
2014
8 Chioride [mg/] 113.16 gﬁ:&(ﬁa&mnmm
9 Total Dissolved Solids [mgi] 691 IS 3025 (Part 16) : 1984 RA
2017
MNote: Continue to next page...

?‘J




TEAM

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

TC-5025

Approved by Minixtry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCB

IS0 9001:2008

OHSAS 18001:2007

JDA/UDH

Office ; E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2368980, 2771865
Website : www.leamtesthouse com

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj,
Ph.: 84602-22039, 94602-22049

S.No |Parameters

10 Calcium [mg]

14 Sulphate [mg]

16 Fluoride [mg/l]

18 |Arsenic(mgf]

BDL (<0.01)

925

BDL(<0.01)

|BOL(<0.01)
40

BOL

1 -.I.-_:.,. A s

_2a13

IS 3025 (Part 40) : 1991 RA
2014

1S 3025 (Part 42) : 1992 RA
2014

IS 3025 (Part 24) : 1986 RA
2014

IS 3025 (Part 60) : 2008 RA
2013

53025 (Part 37): 1988 RA

IS 3025 (Part 49) : 1994 RA
2014

. '{Pﬂl‘t 55) : 2003 RA
2014

i =-"'r~'-':'-.";"""'

IEEBBTEPHTH} 1976 RA

|53925w15} 1984 RA

2014
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oo TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Lid.)

TEAM TC-5025
Approved by Minisery of Envivonment and Forest, Government of India as Environmental Laboratory
NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-85, Chitranjan Marg. Lab.: G1-584, Silapura Industrial Area

C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.

Phaone : 0141-2369840, 2771865 Ph.: 84602-22039, 94602-22049

Website : www.teamlesthouse.com RESULTS E-mail : tearntesthouse@gmail.com
S.No _|Parameters Observed Value |Tes "“‘1 @rEamEspuUse.com
28 Free Residual Chlorine [mg/l) BDL(<0.1) IS 3025 (Part 26) : 1986 RA

2014

b

BDL(<0.001) IS 3025 (Part 48) : 1994
2014

IS 3025 (Part 27) ; 1986 RA
2014

Phenolic Compound [mg1] BDL(<0.001) g :?za (Part 43) : 1992 RA
1

- This resuls listed rafer anly o ihe 12sted sample (8] & paramelzrs (5} Endorsament of products bs nefther inferred nor implied.

8 Thés reqont is net 1o be: reprocuiced wholly or in part and can nol be used evidencs in the court of law and should not be used in any
adviErtising madia withoul our special permmissian in wriing.

o The samples will be destroyed after 15 days from the dats of izsus of test repon unless olheniss specifisd.

i W
Puramﬁrﬂ}gt Rajesh Maheshwar
(Report No: W/INABLI184G )
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o TEAM TEST HOUSE
. {(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCB ISO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Silapura Industrial Area
C-Schema, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2368880, 2771865 Eh.: 9?6&2—22[}3% 94555-22%9
Website ;: www.leamiesthouse.com -mail : teamtesthouse@gmall.com

TEST REPORT E-mail : director@teamtasthouse.com
Report No. : Wi1849
Job |dentification. : ULR-TC502518100000653
Date : 19-01-2019
|ssued To : M/S Jdindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit ; Mines
Type of Sampile : Potable and Domestic Water
Date of Sample Collection/Monitoring :  20-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 o 11-01-2019
Sample Collected By : Sitaram jangid
Point of Collection : Dhulkhera Pit
RESULTS
SNo |Paramelers Observed Value | Testing Protocol
1 Polynuclear aromatic Hydrocarbon [mg/l]  |BDL(<0.0001) APHA 2017 6440 B
2 |Pasticidesfmg® -~ Mgw scted [mwmﬁ T -
Molas -
# Thie results listea seler only i he lastad sample (8) & parameters (). Endorsement of products is nelther inferred nor imglied.
# This report is not fo be reproducad wholly or in part and can mot be wsed midence in the court of kaw and should not be used in any sdwrtisng medis

without our special permission in wriling.
o Thee samples will be cestroyes afies 15 daya from the date of issue of le=t report unless otherwise specified,

2
,‘:tqu'“ RajcStwans
AL wal lesSNwan
P%ﬂ% og! Authorized Signatory
(Report No: W1849)




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TC-5025

Approved by Ministry of Environment and Forest, Government of India us Environmental Laboratory

NABL RSPCRB

SO 9001:2008

OHSAS 18001:2007

JDA/UDH

Office : E-65, Chilranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369880, 2771865
Website : www.leamtesthouse.com

Report No. :

Job ldentification, :
Date :

Issued To !

Type of Unit :
Type of Sample :

Date of Sample Collection/Monitoring :

TEST REPORT
WINABL/MB51
ULR-TC502518100000662
19-01-2018

Lab.: G1-584, Silapura Industrial Area
Tonk Road, JAIPUR-302022 Raij.

Ph.: 84602-22039, 04602-22049
E-mail : teamlesthouse@gmail.com
E-mail : direcior@teamtesthouse.com

M/S Jindal Saw Limited {Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village ; Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Mines
Potable and Domestic Water
20-12-2018

Date of Sample Receipt 24-12-2018
Date of Test : 24-12.2018 to 11-01-2019
Sample Collected By : Sitaram jangid
Point of Collection : Suras Pit
RESULTS
S.Mo [Parameters Observed Value Testing Protocol
1 Color [Hazen] Less than 5 IS 3025 (Part 4) : 1883 RA
2017
2 Odour Agreeable IS 3025 (Part 5) : 1983 RA.
: 1 e [ Al - i
3 Taste Agreeable IS 3025 (Part 7 &4 8) : 1984
_ s RAZ0%F
4 Turbidity [NTU] BOL(<0.1). ﬂ?_gﬁmfn) 1884 RA
5 BH 7.57 IS 3025 (Part 11) - 1984 RA
_ | - . 2017
6 Hardness (total) [mg/l] 530 ls.ag_z;aj (Part 21): 1983 RA
; i ls014. : £330 .
7 Iron [mg/l] BDL(<0.01) |S 3025 (Part 53) ; 2003 RA
2014
8 Chiaride [mg/] 178 1S 3025 (Part 32) : 1988 RA
et 2014
9 Total Dissolved Solids [ma/l] 1257 IS 3025 (Part 16) : 1984 RA
2017
Note: Continue to next page...
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= TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Governmenr of India as Environmenial Laboratory
NABL RSPCRB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, TL;?& g;a—ﬁdﬂnis;ﬁ%um Industrial Area

C-Scheme, Jaipur-302001 302022
Pm%mmmﬁ RESULTS 045
Webgig: PafaiElggse.com Observed Value

10 Caicium [mg/l] 120 IE 3o2s {Fart 40,’1 . 1991 - T
2014

BOL (<0.01) IS 3025 (Part 42} 1982 RA

2014

le-ﬁzs.qparf 24): 1986 RA
2':[14

IS 3025 (Part 60) : 2008 RA
2013

IS 3025 (Part 37) : 1988 RA
2014

|BDL(=<0.01)

IS 3025 (Part 45) | 1984 RA
2014

BDL(<0.01) fDEE (Part 55) : 2003 RA
2014

‘;._\.- .. o o '.' —— "-'-".""-"."" - -"|=""!_ =

ES 53&? {Part 1] TB?E RA
2&13

:2% 3!]25{part1 5} 1354 RA




rf"’;rp

6 TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 1SO 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj.
Phone : 0141-2369960, 277 1865 RESULTS P Edﬁﬂ!-ﬂlﬂﬂ 94592 22049

%mmﬂmm o Observed Value

28

Free Residual Chlorine [ma/l] BDL{=0.1) 1S 3'[[25 {Part 25‘] 19&5 RA -
2014

|1s 3025 (Part 48) - 1994 RA
2014

IS 3025 (Part 43) : 1892 RA
2014

Phenolic [mgn '|BDL(=0.001)

# mmwmmmmwm:ﬂamnm Endorsemant of products is nedhier inferred nor implied.

] mmmummmumﬂmm ar in pan and
siaber oify nﬂm'ﬁnmmummmnmmmthMnﬁMuMmm

# ‘I'h:glrl'ln_nIHIh_nﬁlj_-‘n‘rﬂﬂtﬂ'ﬁdlﬁmmmulhmnl-!mimpﬂnmlnub‘mm:plﬂﬂnﬂ.
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(Report No: WINABL/1851)




= TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pyt. Ltd.)

T
TEAK

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL RSPCHB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area
C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-202022 Raj.
FPhone : 0141-2369980, 277 1865 Fh.: 94602-22039, 94602-22049
Websile : www.leamtesihouse.com TEST REPORT E-mail : teamiesthouse@gmail.com

Report No. : Wi1851 E-mall : director@teamiesthouse.com
Job Identification. | ULR-TC502518100000662

Date 19-01-2019

Issued To: M!S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No,
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit : Mines
Type of Sample : Potable and Domestic Water
Date of Sample Collection/Monitoring . 20-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 11-01-2019
Sample Collected By ! Sitaram jangid
Paint of Collection ; Suras Pit
RESULTS
S.No |Parameters Observed Value | Testing Protocol
1 |Polynuclear aromatic Hydrocarbon (mg/] _|BDL(<0.0001) _ |APHA 2017 : 64408
2 |Pesticidesimg/] Not Detected  |APHA: 2017
Mores -
& The results listed refer anly to the tesied sampie (s) & parameters (5] Endorsement af products |8 neither infemed nor imphed
& This repen in not 1o be reproduced whally or in part and can nol be used evidence in the court of aw and should not be used in any sdvertising madia

witheut Dur SPECH pesTssion in wiiting
] ‘nuampmwuhmmamrmmmuuumnTmueﬂmmmmsewwﬁed.
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Senior Analyst g A.ulho#ueﬂ-l vl dh-E'] Wwarl

(Report No: Wﬂ &'51]




(Unit of Team Institute of Science & Technology Pvt. Ltd.)

. TEAM TEST HOUSE

TEAM

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
OHSAS 18001:2007 JDA/UDH

NABL RSPCB

1SO 9001:2008

Dffice ; E-85, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phone : 0141-2369880, 2771865
Website : www.leamtesthouse.com

Report No
Date
Issued o

Type of Unit

Date of Monitoring
Date of Sample Receipt
Date of Test

Sample Collected by
Type of Monitoring

TEST REPORT

N/1293
02/01/2019

M/s. Jindal Saw Limited
Dhedwas Iron Ore Copper & Associated Minerals
Mines . Araji no. 9697/6711 Near Tiranga Hills
Village - Pur Tehsil & District — Bhilwara — 311802

{ Rajasthan)
Mines

17/12/2018 to 21/12/2018

22/12/2018
22/12/2018
Sitaram Jangid

Ambient Noise Monitoring

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Ph.: 94602-22038, 94602-22049
E-mail : teamtesthouse@gmail.com
E-malil : direclori@teartesthouse com

RESULTS
Sr. Type of Area Observed value Observed value
No. Point Of Monitoring [ Leq dB (A)] [ Leq dB (A)]
Day Time Night Time
L. | Pur Village Rural Area 52.5 43.4
2. | Samodi Village Rural Area 50.2 413
3. | Suras Village Rural Area 513 38.5
4. | Gandhi Sagar park, Bhilwara Rural Area 525 43.7
5. | Kanoli Village Rural Area 484 38.2
6. | Dhulkhera Village Rural Area 523 425
7. | Dariba Village Rural Area 532 434
Standard Limits [in dB (A)] Leg )
Category of Area/ Zone Day Time Night Time
Industrial Area s 70
Commercial Area 65 55
Residential Arca 55 45
Silence Zone 50 40

Mote: -

I. The results listed refer only to the tested sample (s) & parameters (s). Endorsement of products is

neither inferred nor implied.

2. This report is not to be reproduced wholly or in part and can not be used evidence in the court of law
and should not be used in any advenising media without our special permission in writing,
3. The samples will be destroyed after 15 days from the date of issue of test report unless otherwise

specified.

F‘uravﬁ%gl

Senior Analvst

(o) —

Rajesh Mahashvan
Authnﬁz&:il ﬁignmltu:u';r.;'r @
(Report No.: - N/1293)
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environuient and Forest, Government of India as Environmental Laboratory
RSPCB I1SO9001:2008

NABL

OHSAS 18001:2007 JDA/UDH

Offica ; E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Ph.: 84602-22039, 94602-22049
E-mall : teamtesthouse@gmail.com
E-mail : director@ieamtesthouse.com

Phone : 0141-2369980, 2771865 TEST REPORT
Website : www.leamlesthouse.com
Report No N/1294
Date 02/01/2019
Issued to M/s. Jindal Saw Limited
Dhedwas Iron Ore Copper & Associated Minerals
Mines , Araji no, 9697/6711 Near Tiranga Hills
Village - Pur Tehsil & District — Bhilwara — 311802
(Rajasthan)
Type of Unit Mines
Date of Monitoring 15/12/2018 10 20/12/2018
Date of Sample Receipt 22/12/2018
Date of Test 2271272018

Sample Collected by
Type of Monitoring

Sitaram Jangid
Ambient Noise Monitoring

RESULTS o
Sr. Observed Observed value
Nao. ; i value
Point Of Monitoring [ Leq dB (A)] [h[;;?‘f,?ﬁ ]
Day Time
.| Nr. Raw Material Storage yard (Tiranga Pit) 8.3 57.3
2. | Dhulkhera mines Area (10.0 m of loading Point) 67.3 35.6
3 | Suras Mines Area (10.0 m of loading Point) 70.2 59.2
4 | Tiranga Mines Area (10.0 m of loading Point) 713 62.5
5 | Nr.Central Store/ Tata Blue Shed 683 56.7
6 | Nr. Crusher (CCR Building) 734 61.2
7 | Filter Fresh Buildindg 70.5 58.5
B Nr.BFN CCR Building 69.2 61,6
Standard Limits [in dB (A)] Leq:
Category of Area/ Zone Day Time Night Time
Industrial Area 75 70
Commercial Area i 63 bk
Residential Area 55 45
Silence Zone 50 40

Note: -
1.

z

L

The results listed refer only 1o the tested sumple (5) & parameters (). Endorsement of products {5 neither inferred

nor implied.

This report is not (o be reproduced wholly or in part and can not be weed evidence i the court of low and should
not be used in any advertising media without our speeial permission in writing,
Thi samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified,

2
Puran Wﬁﬁ

Senior Analyst

Rajesh%ﬁﬁﬁshwan

Authorized Signatory
(Report No.: - N/1294)



". TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvi. Ltd.)

TEAM

Approved by Miniztry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 1SO 9001:2008

OHSAS 18001:2007 JDA/UDH

Office : E-B5, Chilranjan Marg,
C-Schema, Jaipur-302001

FPhone : 0141-23608980, 2771865
Wabsile ;: www.leamiesthouse.com

Report No. .

Job ldentification:
Date :

Issued to

Type of Unit
Type of Sample :

Date of Sample Collection/ Monitaring'

Date of Sample Receipt

TEST REPORT

STM324

Lab.: G1-584, Silapura Industrial Area
Tenk Road, JAIPUR-302022 Raj.

Ph.: 94602-22039, 94602-22049
E-mail : teamtesthouse@gmail.com
E-mall : director@teamtesthouse.com

ULR-TC502518500000485

22-01-2019

M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
B96T/E711, Near Timga Hills, Village :Pur Tehsil : Bhilwara

mines

DG Stack Monitoring

17-12-2018
24-12-2018

Date of Test : 24-12-2018 to 31-12-2018
Sample Collected by Sitaram Jangid
Point of Collection : D.G, Set 1010 KVA
RESULTS
Testing Protocol | Limits as per
Environment
Ny | Parameter o (Protection)
Act, 1985,
1| Particulate Matter [mg/Nm3] 36.74 18:11255 (Part-1) | 45 .

| Oxides of Nitrogen as NO,[mg/Nm3] | 267

15:11255 (Part-7) 710

IS5182 (Part-10) | 45,

2
3| Carbon monoxide as CO[mg/Nm3] 85
4

| Sulphur Dioxide HSB{WM BDL(< 2.0) 15:11255 (Part-2) | _
5 Mon Methane Hydrocarbon as 28 15:5182 (Part-21) 100
1 HC[mg/Nm3]

1. The results lsted refer only to the tested sample (5} & paramelers (5). Endorsement of products is neither inferred

nor impled

2, Trﬁsmp'misnmtuberepmdumdwwmmpmar-dcanmih&mdeﬁdumhﬁg court of law and should nal
be veed n any advertising media withoul our special parmission m writing
3 The samples will be destroyed after 15 days from the date of msue of tesl repor unless otherwise specified.

J: T ;.E:Y
Puran Mai 0'3'
Senior Analyst

Rajeﬂn M
Authorized Slgrflatt?ys wan

{(Report No: 5T/1324)



TEAM TEST HOUSE
@ (Unit of Team Institute of Science & Technology Pyvt. Ltd.)

YEAR TC-5025
Approved by Minisiry of Environment and Forest, Govermment of India as Environmental Labaratory
NABL RSPCB IS0 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-B5, Chilranjan Marg, Lab.; G1-584, Sitapura Industrial Area

C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Ra).
Phone : 0141-2369880, 2771865 Ph.: 84602-22039, 84602-22049
Websile : www.leamiesthouse.com E-mall : teamlesthouse@gmail.com
E-mail ; direclor@leamiesthouse.com
TEST REPORT

Report No. : WINABL/1850

Job Identification. - ULR-TC502518100000654

Date : 19-01-2018

Issued To : M/S Jindal Saw Limited (Dhedwas Mines)

Dhedwas Iron Ore Copper & Associaled Minerais Mines Araji No.
8697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara

District-Bhilwara 311802 (Rajasthan)

Type of Unit : Mines
Type of Sample : Polable and Domestic Water
Date of Sample Caollection/Monitoring :  18-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test ; 24-12-2018 to 11-01-2019
Sample Collected By : Sitaram jangid
Point of Caollection : Dirinking Water B.N.F.
RESULTS
S.No |Parameters Observed Value |Testing Protocol Requirement Standard
{(Acceptable Permissible
Limit) as per 1S |limits in the
10500 : 2042 absence of
Allernate
Sources as
per IS 10500 -
2012
1 Color [Hazen] Less than 5 IS 3025 (Part 4) : 1583 RA  |5.00 15.00
2 25 (Part 5) : 1983 RA M = o =
; | e E 1 L '
3 Tasle Agreeable IS 3025 (Part 7 & 8) : 1984 |Agreeable -
RA 2017 .
4 Turbidity INTU] . BB%.{#&.'I} IS 3025 (Part 10) : 1984 e A 15«90 =1
5 |pH 6.95 S 3025 (Part 11): 1984  |6.50-880 |-
|RA 2017
6 12 IS 3025 (Part 21): 1983 20000 |600.00
| RA 2014 =
7 BDL{<0.01) IS 3025 (Part 53) : 2003 0.3 -
8 2263 IS 3025 (Part 32): 1988 [250.00 1000.00
%o . = I (RAZ2014 2 =4
2] Total Dissolved Solids [mag/l] |88 1S 3025 (Part 16) - 1984 500.00 2000.00
RA 2017
Note: Continue to naxt page...




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TRAN TC-5025
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 Y001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-85, Chitranjan Marg, Lab.: G1-584, Silapura Industral Area

C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Raj,

Phone : 0141-2369980, 2771865 Ph.: 94602-22039, 94602-22049

Website : www.leamtesthouse.com RESULTS E-n'mi Iann‘ntaat!musﬂmm
S.No |Parameters Observed Value |Testing Protocol o AR g STIOUSE

10 |Calcium [mg/] 4 IS 3025 (Part 40)- 1991  |75.00 200.00
REGIE

12 |Copper [mgl]

14 |Sulphate [mgn] |10, ag_-l.a Part 20): |200.00 400.00

|is 3025 (Part 60) :
RA 2013

lBoL<00t)

BDL(.G“] - IS 3025 (Part 55) : 2003
|Ra2014

IS?[F‘BH 1): 1878 RA
2013

Note: Continue fo next page...




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

TEAM TC-5025
Approved by Ministry of Envirenment and Forest, Government of India as Environmental Laboratory
NABL RSPCB 150 9001:2008 OHSAS 18001:2007 JDA/UDH
Office : E-65, Chitranjan Marg, Lab.: G1-584, Sitapura Industrial Area

C-Scheme, Jaipur-302001 Tonk Road, JAIPUR-302022 Ra|.

Phone : 0141-2369980, 2771865 Ph.: 84602-22039, 94602-22049

Website : www.leamtesthouse.com RESULTS E-mail : taamlasumusa@gmai?mm
SNo |Parameters Observed Value |Testing Protocol aIme “158 i

28 selenium [mgf] BDL(<0.01) IS 3025 {Part 56) : 2003 0.09 -

Anionic Surface BOL(<0.1)  |IS 13428 (Annexure K)
as MBA's [mg/]

# mmmmmnmmmm;mm Erdorsement of progucts i nelther infermed nor Implied.

# This report Is not 10 e reprocuced whelly o In part and can not be Ussd evidonce in thi count of lew and should not be wsed in any
advertisng media without our special parmesakon i wiiling.

# The sampbed wil be desiroyed after 15 days from the date of ssue of 1551 repon unless olherwise specified.

2
Wtnoppe— . M=
p. ,fnr-." rzaIYOOu Rajezh Mahashwan
Senior Analyst Authorized Signatary

{Report Na: W/NABL/1850 )
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TEAM

TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

NABL

RSPCB

1S0 9001:2008

OHSAS 18001:2007

JDA/UDH

Offica : E-65, Chitranjan Marg,
C-Scheme, Jaipur-302001

Phonea : 0141-23609880, 2771865
Website : www.leamiesthouse.com

Lab.: G1-584, Sitapura Industrial Area
Tonk Road, JAIPUR-302022 Raj.

Ph.: 94802-22039, 94602-22049
E-mail : teamiesthouse@gmall.com

TEST REPORT E-mall : director@teamtasthouse.com
Report Mo. : Wi1B50
Job Identification. : ULR-TC502518100000654
Date : 18-01-2019
lssued To : M/S Jindal Saw Limited (Dhedwas Mines)
Dhedwas Iron Ore Copper & Associated Minerals Mines Araji No.
9697/6711, Near Tiranga Hills Village : Pur Tehsil Bhilwara
District-Bhilwara 311802 (Rajasthan)
Type of Unit : Mines
Type of Sample : Polable and Domeslic Water
Date of Sample Collection/Monitaring :  12-12-2018
Date of Sample Receipt : 24-12-2018
Date of Test : 24-12-2018 to 11-01-2019
Sample Collected By Sitaram jangid
Point of Collection : Drinking Water B.N.F.
RESULTS
S.MNo |Parameters Observed Value |Tesiing Protocol Reguirement Standard
(Acceptable Permissible
Limit)as per 15 |limits in the
10600 : 2012 absence of
Altermate
Sources as
per 1S 10600 :
2012
1 Palynuclear aromatic BOL(<0.0001) |APHA 2017 : 6440 B 0.0001 -
Hydrocarben Imaf] L .
Notes -
] The resuls listed refes only o the fested sample (8] & paremeters (s Entdorsament of products 8 nedher infermed nor mplied,
# Triis report i ol 1o be reproduced wholfy o in part and can not be Used evidence in the court of lw and should not be used in any advertising media
without our spacial parmission in writing,
# The sarmdses will ba destroyed after 15 diys from e dale of ssue of iest report uniess olberwse specified,
o a
L & e 'In T
nésna oaql ralech Mahashwar
Pgﬁm Analyst 9 Authorized Signatory

{Report No: W/1850)



